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FOREWORD

This program is conducted by General Dynamics Fort Worth

Division (GD/FWD), with Lehigh University (Prof. R. P. Wei)

as subcontractor/consultant. This report was prepared under

Contract No. N62269-81-C-0268. The program is sponsored by

the Naval Air Development Center, Warminster, PA, with Dr.

E. Lee and Mr. P. Kozel as the project engineers. M. S.

Rosenfeld of NADC initiated the program. Dr. S. D.Manning

and Dr. Y. H. Kim of General Dynamics' Material Research

Laboratory are the Program Manager and Principal

Investigator, respectively.

The following GD/FWD personnel supported the Phase I

effort as follows: S. M. Speaker (corrosion fatigue state-

of-the-art assessment, fatigue crack propagation tests,

model evaluation) and D. E. Gordon (material/specimen

procurement, stress controlled crack initiation tests and

eddy current measurements basic property tests, data

evaluation). Metallurgy Laboratory personnel, W. T.

Kaarlela, W. S. Margolia, R. 0. Nay and F. C. Nordquist,

provided testing support. P. Thomas typed the reports.

Phase I is documented in two volumes as follows:

Vol. I - Phase I Documentation
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Vol. II- Corrosion Fatigue State-of-the-Art Assessment

This report (Vol. I) documents the corrosion fatigue

methodology development, the experimental tests performed

and the preliminary evaluation of the methodology.
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SUMM4ARY

A mechanistic-based corrosion fatigue (CF) methodology

has been developed for predicting the crack initiation and

crack propagation behavior of mechanically-fastened joints.

In Phase 1, the CF methodology was evaluated using constant

amplitude test results.

An experimental corrosion fatigue test program was

conducted using 7075-T7651 aluminum alloy and P-annealed Ti-

6A1-4V alloy in order to: (1) develop a better understanding

of the effects of environment, test frequency, R-ratio,

holding-time and stress level on corrosion fatigue behavior,

(2) provide experimental data needed to evaluate the CF

methodology developed, and (3) provide a basis for

developing the Phase II test plan.

Based on the Phase I effort it was concluded that:

1. The fatigue crack growth rate for 7075-T7651

aluminum alloy appears to be independent of the test

frequency and holding-time in the aqueous environments.

This implies that the reaction between the aqueous

environment and 7075-T7651 aluminum alloy is limited and

Xxi
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suggests that a special crack propagation model for

corrosion fatigue is not required for this alloy for design.

2. The corrosion fatigue behavior of 0-annealed Ti-6A1-

4V alloy is a complex function of the environment, test

frequency, and R-ratio. A better understanding of the basic

mechanisms is needed before a reliable predictive corrosion

fatigue methodology can be developed for mechanically-

fastened joints.

3. The corrosion fatigue- predictive methodology looks

promising for constant amplitude applications. In Phase II,

the methodology should be further developed to account for

spectrum loading and variance in the input data base.

I
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SECTION I

INTRODUCT ION

1.1 PROGRAM OBJECTIVES

f. The objectives of this program are to:

1. Develop and verify an analytical methodology for

predicting the crack initiation and crack propagation

behavior of mechanically-fastened joints in a corrosive

environment.

2. Develop corrosion fatigue test/data acquisition methods

and guidelines for acquiring statistically-valid data needed

to implement the analytical methodology.

3. Study the effects of various factors influencing the

corrosion fatigue behavior (initiation and propagation) of

mechanically-fastened joints.

This program is referred to as the "Corrosion Fatigue*

program or CF program in this report.
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1.2 SCOPE

The CF program, initiated on 1 June 1981, is divided

into two phases and tasks as follows:

Phase I - Methodology Assessment/Development and Test Plan

o Task 1 - Methodology and Data State-of-the-Art

Assessment

o Task 2 - Methodology Development

o Task 3 - Test Plan Development

Phase II - Data Acquisition and Methodology Evaluation

o Task 4 - Experimental Methodology Development

and Evaluation

o Task 5 - Acquisition of Data for Prediction of

Environmentally-Assisted Crack Growth

in Aircraft Joints

o Task 6 - Prediction Methodology Evaluation and

Verification

This report (Vol. I) documents Task 2 and 3. Task 1 is

documented in Volume II.

1.3 ORGANIZATION

The report also includes six other sections as follows:

f. 2
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o Section II - Corrosion Fatigue Methodology

Development

o Section III - Phase I Experimental Test Program

o Section IV - Phase I Test Results

o Section V - Evaluation of Corrosion Fatigue

Models

o Section VI - Conclusions and Recommendations

o Section VII - Phase II Test Plan

This is followed by Appendices A and B and a list of references.

I
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SECTION II

CORROS ION FAT IGUE METHODOLOGY DEVELOPMENT

2.1 INTRODUCTION

The corrosion fatigue (CF) methodology developed in

Phase I is described and discussed in this section. First,

two crack initiation models and two crack propagation models

are discussed for possible corrosion fatigue applications.

Then, analytical procedures are described for predicting

crack initiation and crack propagation under spectrum

loading and a corrosive environment.

2.2 CRACK INITIATION MODELS

Mechanistic and fundamental phenomena for corrosion

fatigue crack initiation are discussed in the state-of-the-

art assessment report (Vol. II). These phenomena are

discussed both in general terms and in quantitative,

analytical terms in this section. The corrosion fatigue

crack initiation process is complicated. We believe that

crack initiation is due to the mechanical force from cyclic

loads which causes a to-and-f ro motion of dislocations along

slip planes. This leads to the formation of slip steps. In

an aqueous environment a localized electrochemtical potential

is created. This results in a preferential corrosive attack

5
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at these slip steps which accelerates the process of

corrosion fatigue crack nucleation.

Two mechanistic models are proposed for analytically

quantifying fatigue crack initiation life in a corrosive

environment: (1) stress-initiation life model and (2)

strain-initiation life model. These models are described

and discussed in this section. Applications of these models

to spectrum loading using the "RMS Method" or the "Palmgren-

Miner Linear-Cumulative-Damage Rule," are discussed in

Volume II.

2.2.1 Stress-Initiation Life Model

This model is based on a critical local plastic strain

accumulation criterion. For blunt notches including

fastener holes, Kim, Fine, and Mura [1,2] derived an

expression for the number of cycles to fatigue crack

initiation for constant amplitude loading. In their

derivation, elastic-plastic micro-mechanics at the tip of a

smooth-ended notch or fastener hole [3,4] was extended to

the cyclic loading case in order to predict the number of

cycles to crack initiation. The number of cycles to

initiation was expressed as a function of effective *stress

amplitude, Aoeff, notch geometry (circular for fastener

6
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holes) and some measurable material properties such as

cyclic work hardening rate, Young's modulus and cyclic yield

stress. The following two assumptions were made on the

basis of mechanistic and phenomenological understandings:

1. With stress cycling, displacements are locally

accumulated at singularities encountered on the surface near

a stress concentration (in particular, extrusions-intrusions

along slip bands, constituent particles, inclusions and

grain boundaries).

2. Fatigue crack initiation occurs when the accumulated

displacement at these singularities reaches a critical

value.

Based on these assumptions, the stess-initiation life

model is formulated as a "critical dissipated energy

criterion' for crack initiation. The final expression is

shown in Eq. 1 for an elliptical hole.

V EUcrit (1n) (b 2 1 1N1 = "8(1-i') %; l~ 2  Aa

ieff thj

, where Ni  =number of cycles to fatigue crack initiation

7 i
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E a Young's modulus

Ucrit - critical energy for initiation, which may be

determined experimentally

n' = cyclic work hardening exponent

V = Poisson's ratio

a = Semi-major axis of elliptical hole

b = Semi-minor axis of elliptical hole

AVeff - effective stress range

£fth - threshold value of Ao for crack initiation corre-

sponding to the fatigue limit

The model is simplified for the case of a fastener hole

where a - b, by treating the term HUcrit as an empirical
8(l-v)

constant A.

A2 AE - -1 (2)

ff h
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The empirical constants A and Aoth can be readily determined

from plots of log Ni vs. log(Aueff' - Avth'). For constant

amplitude cyclic loading, where load sequence or load

interaction does not occur, Aveff is simply Omar-amin. For

spectrum loading, AOeff can be replaced by Aorms as

explained in Section 3.3.3 of Volume II.

Since A and Auth are determined experimentally, Eq. 2 is

semi-empirical. Fig. I conceptually illustrates the

relationships between plots of log Ni vs. log(AOeffl - Ath')

and those of Ni vs. Aoeff. This representation demonstrates

how well Eq. 2 predicts a well-known S-N type of fatigue

crack initiation. The value of A in Eq. 2 is expected to be

lower in a corrosive environment due to load-electrochemical

interaction. The fatigue crack initiation life decreases as

A decreases. Thus, A and Auth should serve as useful

indices of the severity of the environment (Ref. Subsection

5.2).

2.2.2 Strain-Initiation Life Model

This method is referred to as the "Coffin-Manson Type

Low Cycle Fatigue (LCF) Approach.* Coffin and Manson [5,6]

established that plastic strain-life data could be

linearized with log-log coordinates. Using data for several

9
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metals and alloys, plastic strain and cycles to failure were

related by the power-law equation, Eq. 3.

A. * (3)

2 f (2Nf)(

where Aep- plastic-strain range

Xf - Number of cycles to failure

c - fatigue-ductility exponent (c<O)

Ef' - fatigue-ductility coefficient

Eq. 3 has also been verified by other investigators [7-10]

f o r v a r i o us alloys, including 7075-T7651 aluminum alloy

and a-annealed Ti-6AI-4V alloy.

Recently, investigators [11,121 have verified the

Coffin-Manson strain life approach using strain-initiation

life data E13,141. Eq. 3 can be modified by substituting Ni

for Nf, if cyclic parameters are determined from the plots

of Aep vs. Ni instead of Aep vs. Nf plots. Thus,

2 - g (2ZIj).(4

where 2Ni is the reversals to fatigue crack initiation.

11.
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Fig. 2 schematically shows how cyclic strain-life

parameters can be determined from the plots of log of strain

amplitude vs. log of cycles to fatigue crack initiation

(modified Coffin-Manson plots). The total applied cyclic

strain amplitude is the sum of two components, elastic

strain and plastic strain. From Fig. 2, elastic and plastic

strain may be expressed by Eq. 6 and Eq. 7, respectively.

Total strain range; Ae - Ace + Aep (5)

S

Ate  of (2Ni)b
Elastic strain; --- - E (6)

Plastic strain; 2 - ' (2Ni)c2 (7)

where of' = fatigue-strength coefficient

ef' - fatigue-ductility coefficient

b = fatigue-strength exponent (b<O)

c = fatigue-ductility exponent (c<O)

The parameters above can be determined using a Coffin-Manson

type plot illustrated in Fig. 2. Total strain can be

expressed by these cyclic parameters and Ni , cycles to

initiation as shown in Eq. 8.

At f (2h) + ef' (2N ) (8)

2 " E

12
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(2) STRAIN-INITIATIoN LIE MOIDEL (MDIFIED COMFN-HANSO TyPiE LCF Apr)

af b C
2 (2 NO + f (2 NO

ELASTIC PLASTIC

A TOTAL STRAIN (STRAIN-COhMOU.E1D)

a f - FATIWE-STREN6TH COFFT.

f* - FATUE-DUCTILITY COEFF.

6 - FATI6UE-STRENmT Exp.

c - FATIGUE-DUCrILirr Exp.
Nt - CYCLES TO INITIATION

utatais f

*.60 do
elati elf tgiet.u. a

Plastic (A

Slop

Fig. 2 Schem~atic Representation of Strain-Initiation

Life Model
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The cyclic parameters, o7f' and ef', should vary depending on

the environment. in general, higher values are expected for

the cyclic parameters in a chemically deleterious

environment than in dry air because of embrittlement. This

reduces the number of cycles to crack initiation in a

corrosive environment, Ni, at a given strain level.

For strain-controlled tests, or for tests where the

total strain is known, initiation life can be estimated by

Eq. 8, once all other parameters in Eq. 8 are determined in

a given environment. This method is considered a powerful

tool, because the corrosion fatigue cyclic parameters, based

on Eq. 8, provide a means for predicting corrosion fatigue

initiation life which is a major portion (approximately 50%-

90%) of the overall corrosion fatigue life of fastened

joints. Strain-controlled tests will be performed in Phase

II to evaluate the Coffin-Manson approach for crack

initiation. Stress concentration at a fastener hole will be

used to relate the data from smooth specimens to the results

for specimens with fastener holes.

2.3 MECHANISTIC CRACK PROPAGATION MODELS

There are two key questions with respect to mechanistic

propagation models. The first question is -- What is a

arealistic" corrosion fatigue crack propagation model where

significant parameters are taken into account? Such

14
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parameters include the loading, load ratio (R), frequency,

holding time .(i.e., time for sustained load and

environmental exposure), rest time (i.e., time for no-load

and exposure to environment), and "severeness" of the

environment. The second question is -- How can the

mechanistic models be quantified to predict corrosion

fatigue crack growth behavior?

2.3.1 Controlling Processes and models

To address the first question, it is essential to

recognize two facts. Firstly, the precise mechanism for

corrosion fatigue crack growth (hydrogen embrittlement

versus active path dissolution) is not fully understood.

Secondly, corrosion fatigue crack growth results from a

sequence of processes, with the fracture process as the

final step in this sequence. The crack growth rate is

determined by the slowest process in this sequence. If each

of the preceding processes is fast relative to the cracking

process, then the precise mechanism for corrosion fatigue is

not important in modeling the cracking response. The

hydrogen embrittlement mechanism, however, is now iavored by

most workers for corrosion fatigue of aluminum and titanium

alloys and high-strength steels.

15
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The processes involved in corrosion fatigue (also in

stress corrosion cracking) include transport of the

deleterious species or environment to the crack tip region,

reactions of the environment with the fresh crack surfaces

at the crack tip (or dissolution), hydrogen entry and

diffusion to the fracture zone, and the local process of

fracture. Based on the concept of a rate determining

process, models for transport-controlled and surface-

reaction-controlled fatigue crack growth have been proposed

by Weir et al. [15] and Wei and Simmons [16]. A model for

diffusion-controlled crack growth has been proposed by Kim

[17]. To be useful, the models must be linked to the actual

corrosion fatigue crack growth rate. These models include

the effect of holding time, but do not address the possible

contributions of rest time (e.g., blunting of the crack by

localized corrosion).

2.3.2 Quantification of the Mechanistic Propagation Models

The mechanistic model has been linked to the corrosion

fatigue crack growth rate using the superposition model

suggested by Wei et al. [18,19]. In the original

formulation, the environmentally-assisted fatigue crack

growth rate, (da/dN)e, is the sum of three components.

(da/dN) - (da/dN)r + (da/dN)cf + (da/dN) scc
- (da/dN) r + (da/dN) cf + filda/dt(K)I dt (

0

16
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(da/dN)rt the rate of fatigue crack growth in an inert

environment, represents the contribution of "purely

mechanical" fatigue. This component is essentially

independent of frequency, holding time and waveform at

temperatures where creep is not important. This component

is a function of only stress (or stress intensity K) level

and load ratio (the ratio of minimum and maximum load in one

loading cycle). However, internal hydrogen in alloys such

as titanium alloys can contribute to crack growth in the

absence of influence from an external environment. In such

cases, an additional influence of frequency is expected.

The influence of internally dissolved hydrogen may be

explicitly considered as a part of this term, or as a part

of the cycle-dependent corrosion fatigue crack growth rate

(da/dN)CF

(da/dN)cf represents the cycle-dependent contribution,

requiring the synergistic interaction of fatigue and

environment. Thus, this term is a function of P K,

environment, frequency and perhaps waveform, but is not

expected to depend on load ratio R (19]. This term is

expected to contribute a major portion of crack growth rate

enhancement to aluminum and titanium alloys in deleterious

environments. The mechanistic propagation model has been

quantified by relating (da/dN)cf to the rate determining

17
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processes described previously, and is described in the

following section.

The third term in Eq. 9, (da/dN)scc, represents the

contribution of sustained-load crack growth (e.g., stress

corrosion cracking) at K levels above the stress corrosion

cracking threshold (Kiscc or Kscc). This contribution is a

function of stress or stress intensity level, load ratio,

waveform (Including holding time), and environment.

Mechanistic consideration of (da/dN)scc  follows directly

from that for sustained-load crack growth. This

consideration has been described by Wei [20], and is not

included here.

Recent review of the superposition model [21] suggests

that an alternate formulation might be more appropriate. In

the proposed formulation, "pure" fatigue and "corrosion"

fatigue are considered as parallel processes, each with a
*

characteristic rate (da/dN)r and (da/dN)cfs. The

sustained-load contribution results from a consecutive (or

subsequpnt) process, and contributes a rate (da/dN)scc to

the overall process. If * is the areal fraction for

corrosion fatigue, then the measured crack growth rate, is

given by the following expression.

(da/dN) (da/dN) (1- + (da/dN) + + (da/dN)sc 1
ar Cf.. (10)

(da/dN) + [(da/dN) (da/dN) I
+ (da/GH)*0c

18
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The form of Eq. 10 is identical to the original model,

and all of the fundamental arguments remain unchanged. The

term ((da/dN)f - (da/dN) r]  is identified with

the cycle-dependent corrosion fatigue, (da/dN)cf, term in

the original formulation. This new formulation is

fundamentally more attractive because the rate (da/dN)Cf's

can be more readily associated with the various

microstructural elements and their interactions with the

environment (or hydrogen). To keep the notations simple,

the mechanistic models will be discussed in terms of the

original formulation of the superposition model.

2.3.3 Model Summaries

For gaseous environments, the specific models for

(da/dN)cf, or [ (ddN) - (da /dN) 10, are as follows [15-171:
cf ' s  r

Transport Controls

(PO/2f) [436 =.-f (R) YL (Ila)NokTET/ M

(da/dN) a 2  rT1/2 p
e - 436 (11b) NoT2 KM 27

(da/dN) eonR N-~g (hib)

(da/dN) €f (p 0/2f) (1c)
(da/d) ef*, " ? T8

-R) Q I +R ] (lid)

19
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Surface Reaction Control:

(da/dN),,,(da/dN)Ce - 1 - expC-kcPo/2t) (12a)

(da/dN) cf(da/dN)cf,a x(kCp/f 1b

Diffusion Control:
da-p d -Ax(C/T P (AK/o;) 2  (13)

( daj cf - A exp C(-G / :RT) 1 p /a( 3
cf 2

In the transport and surface reaction controlled models,

subscript s denotes the values at saturation, which is

defined as the maximum in environmental effect and

corresponds to the attainment of complete reactions with the

active crack surfaces during each loading cycle. The terms

in the equations are as follows: f - cyclic load frequency;

kc - reaction rate constant; M - molecular weight of the

gas; No - density of surface sites; po - pressure of gas in

the surrounding environment; k - Boltzmann's constant; and T

- absolute temperature. E and oys are the elastic modulus

and yield strength of the material, respectively. The

parameter */a is a ratio of empirical constants for surface

roughness and flow, and appears to be a constant (equal to

approximately 3.8). For the diffusion controlled model, A -

proportionality constant; GB - binding energy of hydrogen

atoms to a dislocation; R - gas constant; p - pressure at

20
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the crack tip; D - diffusivity of hydrogen; t a time

available for reaction; and a,' - cyclic yield stress. For

consistency, t is again taken to be equal to 1/2f.

Additionally, the diffusion controlled growth model must

recognize the potential contribution of dissolved hydrogen

(particularly in the case of titanium alloys). The precise

form of the expression (da/dN)cf depends on the "laws"

governing the flow of hydrogen to the crack tip caused by

the interaction of hydrogen with the stress (strain) field

and the outward flow produced by the resulting concentration

gradient.

These mechanistic models have been developed for the

case of pure (single component) gases. For the case of

multi-component gases (such as air), the competing effects

of other components (either beneficial or deleterious) must

be accounted for [17]. Extension of these models to

corrosion fatigue crack growth in aqueous environments can

be made; at least conceptually. Liquid transport and

transport of specific species, and electrochemical (or

metal-liquid) reactions must now be considered. For the

purpose of this program, the key variables of concern are

frequency, holding time, and AK (or load ratio). The

dependence of crack growth rates on these variables can be

readily extracted from consideration of models f or gaseo us

environments. Rest time, on the other hand, is not consid-

ered in these models and must be addressed separately to deter-

mine its significance.

21
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2.3.4 Implications of the Models

For design applications, it is necessary to assess the

validity and to define the range of applicability of each of

the models. A considerable amount of experimental support

has been developed at Lehigh University for the transport

controlled model. Some support for the other two models is

available, but must be supplemented by additional data from

this and other programs. The range of applicability of the

models is governed by the transfer of control from one rate

controlling process to another. The environmental

conditions (viz., pressure and temperature) that dictate

this transfer of control may be determined, in principle, by

equating (da/dN)cf for each case and then calculating the

pressure-temperature relationship for the transfer. In

practice, the conditions for transfer can be predicted only

if the parameters in the models are known with sufficient

accuracy and detail. Specific comments can be made,

however, about the aluminum and titanium alloys and the

environments of interest to this program.

Measurements of the kinetics of reactions of water vapor

with aluminum and titanium alloys have been made at Lehigh

University under other programs. These measurements

22



NADC-83126-60 Vol. I

indicate that these reactions are extremely rapid

(corresponding to an initial sticking coefficient of nearly

one). As such, surface reaction cannot be the rate

controlling process for these alloy-environment systems.

For gases, therefore, fatigue crack growth conforms to

transport control at (po/2f) below (po/2f)s defined

previously. Typically, (po/2f)s is of the order of 10 Pa-s.

At (po/2f) greater than (poi2fj and in aqueous environments.

one would expect transfer of control to one of the

subsequent processes; namely, hydrogen diffusion.

For the case of corrosion fatigue of aluminum and

titanium alloys in aqueous environments, the models to be

considered are in essence the transport-controlled model (at

saturation) and the diffusion-controlled model. Evaluation

of the models is to be made principally through the

dependence of (da/dN)cf on frequency and holding time. The

transport controlled model predicts an independence of

frequency and holding time, and the diffusion-controlled

model yields an inverse square-root dependence on frequency

or on holding time. These models were derived considering

the rate controlled processes, and do not allow for other

restrictions. The diffusion-controlled model was derived

with the implicit assumption that the supply of hydrogen

would be ample. However, because the extent of reactions of

23
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water vapor with aluminum and titanium alloys is limited,

this assumption is violated. The controlling process for

crack growth in water vapor thereby becomes unclear when

(po/2f) exceeds (po/2f)s. It is not clear whether the

assumption of continuous supply of hydrogen is valid for the

case of aqueous environments, or whether liquid-phase

transport might be rate controlling. In any. case, the

pressure term in the model must be replaced, perhaps by

hydrogen fugacity at the input surface, and additional

expecimental and modeling efforts are needed to resolve

these critical issues.

Although the effect of AK is included explicitly only

for the diffusion controlled model, the dependence of

(da/dN)cf on (AK)3  is implied for the other two models.

If the amount of hydrogen produced per cycle is proportional

to the available fresh surface area, the hydrogen will prob-

ably be concentrated in a zone near the crack tip. As a
result, the "saturation" growth rate, (da/dN)fs, for the

transport and surface reaction controlled case, is expected

to be a function of (AK)2 and independent of the load ratio

(R). This aspect needs to be verified.

24
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2.4 CORROSION FATIGUE PREDICTIVE METHODOLOGY

Elements of the corrosion fatigue predictive methodology

for mechanically-fastened joints are conceptually described

in Fig. 3. The basic approach for the predictive

methodology is described and discussed in this section.

Further details are also given in Volume II.

In Phase I, the approach for the corrosion fatigue

predictive methodology was developed and selected elements

were also evaluated. For example, the stress-initiation

life model for fatigue crack initiation and the

superposition model for crack propagation were evaluated in

Phase I. However, further details of the methodology will

be developed, evaluated, and verified in Phase II.

Fatigue crack initiation and crack propagation are

treated separately. The total fatigue life, or time-to-

failure (TTF), is the sum of the initiation life and the

propagation life. The predictive methodology will include a

statistical approach which accounts for the effects of the

variance in the experimental data base on the analytical

prediction for time-to-crack initiation (TTCI) and the time-

to-failure. Details of the statistical approach will be

developed and evaluated in Phase II.
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Both the stress-initiation life model [1,2] and the

strain-initiation life model [5,61 will be considered for

predicting the TTCI. The TTCI will be determined for a

selected crack size in a fastener hole (e.g., a0  0.010"

using the baseline data developed in Phase I and Phase II.

Details for predicting the TTCI for fastener holes (load and

unloaded) for a corrosive environment and spectrum loading

will be worked out in Phase II of the program.

The fatigue crack propagation from a0 to ac will be

determined using a deterministic crack growth approach (see

Fig. 3). It is assumed that existing state-of-the-art tools

(e.g., cycle counting schemes, retardation model, analytical

crack growth computer program, etc.) can be used to make

crack growth predictions for a mechanically-fastened joint

subjected to a corrosive environment and spectrum loading.

The CF analysis tools for predicting the TTCI and the

TTF for a mechanically-fastened joint will be incorporated

into a predictive methodology in Phase II.
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Fatigue Crack Propagation Model

(da/dN) - (da/dN) r + [Cda/dN)Cf U (da/dN) ]* + (da/dN) 5CC

8cr-

. Load spectra: cycle-by-cycle

. Environment by segments

. Retardation model

Crack . Analytical crack growth programI

Size

N

a 1

t tf

Time

Stress-Initiation Strain-Initiation
Life Model Life Model

Fig. 3 Elements of the Corrosion Fatigue Methodology
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SECTION III

PHASE I EXPERIMENTAL TEST PROGRAM

3.1 INTRODUCTION

An experimental test program was conducted in Phase I.

The basic objectives of this initial test program were:

1. Provide experimental data needed to evaluate and

verify the corrosion fatigue models for crack initiation

(stress-initiation life) and for crack propagation (Ref.

Subsection 2.3).

2. Identify the most significant variables affecting

corrosion fatigue crack initiation and crack propagation and

investigate the effects of selected variables on the overall

fatigue life.

3. Develop an appropriate experimental data base to

further the understanding of the corrosion fatigue

mechanisms and to provide a basis for developing the Phase

II test plan.

* The Phase I experimental test program is described in

this section. Details of the test plan and the experimental
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procedures used are described and discussed. Experimental

results are documented in Section IV.

3.2 TEST PLAN

Essential details of the test plan are described in this

sect ion.

3.2.1 Test Matrix

The Phase I test matrix is described in Tables 1-4.

Basic material property tests are described in Table 1.

Fatig~ue crack initiation tests and fatigue crack propagation

tests performed ari noted in Tables 2 and 3, respectively.

Finally, in Table 4 the tests for investigating the effects

of different environments on crack propagation are shown.

3.2.2 Materials

Two materials were used for the Phase I testing: 7075-

T7651 aluminum alloy and a-annealed Ti-6A1-4V alloy. The

justifications for using these materials and material descrip-

tions are discussed below.
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Table I Phase I Test Plan for Basic Properties

Test Specimen No. Specimen Subtotal
Type

TS A o * 2

B o * 4C

o .

Ko
scc B 4

Cyclic 0 C o * 2
a VS.E C 0 0 2

14

Notation

o : 7075-T7651 Aluminum Alloy

0 : $-annealed Ti-6AI-4V Alloy

Specimen Types
A : Round Tensile Specimen (Fig. 5)
B : Compact Tension Specimen

(7075-T7651; Fig. 6)

(Ti-6A1-4V (A; Fig. 7)

C : Dogbone Specimen (Fig. 8)
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Table 2 Phase I Test Plan for Fatigue Crack Initiation Tests
(Stress-Controlled)

Test Conditions
Au (ksi) Dry Air 3.5% NaCl Solution Subtotal

6Hz 1Hz 6Hz

25 0 --- 0

22.5 0 --- 0

20 ooo coo oooo

18 0 --- 0

17 000

16.5 --- 000 000

16.2 o

16 o --- o
15 --- --- o
14 o --- 0

13.6 ...... 0 32

70 ---

60 --- ---

55 0 --- 0
50 see 000 Goo

45 0 --- 0

40 . -0- -

35 0 *0. S...

32.5 0 ---

30 --- -

27.5 ...... . 30
', 62

Notation: o 7075-T7651 Aluminum Alloy

0 B-Annealed Ti-6AI-4V Alloy

Dogbone Specimen (Fig. 9)
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Table 3 Phase I Test Plan for Evaluating the Effects of
Environment, R Ratio, Frequency and Holding Time
on Fatigue Crack Propagation

Dry Air 3.5% NaCl
Envir. - or Vac. Subtotal

R Ratio _ 0.05 0.3 0.05 0.2 0.3 0.4

0.1 O 0 0 0 --- 0 ---

> 0.3 -- o- --- o ---

• 1.0 o • 0 • 0 --- 0 o ---

W 4 3.0 -- o- --- o ---

5 .0 9 --- .- .-. . ... ...

6.0 o o o o 0 0

10.0 --- 0 0 0 0 0 34

'-4 t2  0

0- $40 - --- - -- -

4 t3

40

Notation: o 7075-T7651 Aluinum Alloy (Compact Ten. Spec.; Fig. b)

o 8-Annealed Ti-6AI-4V Alloy (CTS; Fig. 7)
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Table 4 Phase I Test Plan for Evaluating the Effects of
Environment on Fatigue Crack Propagation

Frequency R Environment

(HZ) Ratio ASTM Art. S.W. 3.5% NaCl+H 2S04 Distilled Subtotal
I H20.

3 0.05 • • • 3

6 0.05 o o o 3

1 6

Notation: o 7075-T7651 Aluminum Alloy (Compact Tension Spec.; Fig. 6)

9 B-Annealed Ti-6A1-4V Alloy (CTS; Fig. 7)
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3.2.2.1 7075-T7651 Aluminum Alloy

Aluminum-base alloys are commonly used in today's high

performance Naval aircraft. Beginning in the mid-1960's,

the use of 7XXX alloys in the higher strength (-T6) temper was

drastically reduced because of their susceptibility to

exfoliation and stress corrosion cracking. There are no

7075, 7178 or 7079 alloys in the -T6 condition on the S3-A

Viking or the F-14A Tomcat. Usage of 7075-T6 alloy on the

Navy's F-18A Hornet is restricted to sheet gages less than

0.081-inch (2.06 mm), where quenching is sufficiently rapid

to preclude microstructures susceptible to exfoliation or

stress corrosion. There is heavy reliance on exfoliation-

resistant 7075-T7651 for sheet and light gage plate in each

of these aircraft. For this reason, 7075-T7651 was selected

for the coordinated AGARD program on corrosion fatigue [22],

and it was selected to be the baseline material in this

program.

The material was supplied as 0.50-inch (12.7 mm) plate,

and sufficient quantities were purchased to cover both Phase

I and Phase II testing. Because of an availability problem

with the -T7651 temper, plates of -T651 temper were

purchased and re-heat treated by the vendor to the T7651

condition. Exfoliation corrosion tests were then performed

by the vendor to ensure that the material met
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specifications.- Basic material properties are presented in

Subsection 4.2.

3.2.2.2 B-Annealed Ti-6AI-4V Alloy

B-annealed Ti-6A1-4V alloy is used extensively as engine

components, highly-loaded critical parts on helicopters, F-l4

primary structure, and in limited applications on the F-18.

The corrosion fatigue behavior of titanium alloys has been

observed to be vastly different from aluminum alloys, and

because of its optimum resistance to fatigue crack growth,

6-annealed Ti-6A-4V alloy was selected for study in this program.

A 0.875-inch (22.23mm) thick plate of titanium was used

in this study. Sufficient material remains from this plate

for use in Phase II testing.

The texture of the 0.875-inch thick plate was determined

by X-ray analyses. (0002) and (1010) pole figures for the

rolling plane of the plates are shown in Fig. 4. It is seen

that the rolling texture is complex. The primary texture,

however, has been identified as (1013) [2023). In other

words, most of the grains are oriented with the (1013)
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planes parallel to the rolling plane and with the [2023) and

[1210] directions along the rolling and transverse

directions, respectively. The chemical composition of the

material, according to GD specification FMS-1109D is shown

in Table 5. Basic material properties are presented in

Section 4.2.

3.2.3 Specimen Designs

Four basic specimen types were used for Phase I testing:

a round tensile specimen, a compact tension specimen with

two different H/W, a square cross-sectional dogbone specimen

and a rectangular cross-sectional dogbone specimen with a

fastener hole. The tensile tests for both materials were

conducted using the round tensile specimen shown in Fig. 5.

Kc, Kscc and fatigue crack propagation testing was performed

using compact tension specimens (Figs. 6 and 7). The

specimen used for 7075-T7651 testing is shown in Fig. 6,

(H/W) - 0.486; and the specimen used for Ti-6AI-4V testing

is shown in Fig. 7, (H/W) - 0.6. Round robin tests have

been previously performed using specimens with H/W = 0.486

[e.g., 23]. Both H/W ratios used (i.e., 0.486 and 0.6) are

allowed under ASTM standard E647. However, E647 adopts H/W=

0.6 to conform with E399. Low cycle fatigue tests for both

materials were performed using the dogbone specimen design

shown in Fig. 8, and the fatigue crack initiation tests were

performed using the design shown in Fig. 9.
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Table 5 Chemical Composition of B-Annealed Ti-6A1-4V Alloy
According to GD Spec. FMS-1109D

Element Composition (Weight percent)

Titanium Remainder

Aluminum 5.5 - 6.3

Vanadium 3.5 - 4.5

Iron 0.25 max.

Carbon 0.08 max.

Hydrogen 0.0175 max.

Oxygen 0.060- 0.130

Nitrogen 0.03 max.

Other Impurities 0.40 max.
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(6-Annealed Ti-6A-4V Alloy)

42



NADC-83126-60 Vol. I

(SPECIMEN C)

-2. o"---M 0.28"

T- 04

. R-0.8"

0. 28"

z
0Iv E-

Fig. 8 Cyclic Stress-Strain Specimen Geometry

43

,..1



NADC-83126-60 Vol. I

(SPECIMEN D)

0.1875"R1.0005 DRILL

1.1.0064

_0_to_ 641

4

2. 5" 2511 3.



NADC-83126-60 Vol. I

3.2.4 Test Environment

The baseline aggressive environment for Phase I testing

was 3.5% NaCI solution at room temperature because of its

reproducibility and convenience. The test solution was

prepared by dissolving reagent grade NaCI in triply-

distilled water. The average solution pH was about 6.5 over

the duration of each test. Reference fatigue data were

obtained either in a vacuum or in dry air for comparison

with the corrosion fatigue data. Tests in vacuum were made

inside a commercial ultrahigh vacuum chamber that had been

modified to provide mechanical force feed-throughs at

pressures below 10 uPa. Tests were also performed to

determine any effect of alternate environments. The

environments selected were: ASTM artificial seawater, 3.5%

NaCl solution + H2SO4, and distilled water. The chemical

composition of ASTM artificial seawater is given in Table 6.

For the 3.5% NaC + H2SO4 environment, H2S04 was added to

obtain a solution of pH = 3.5.

All Phase I testing was performed in a constant

immersion environment with periodic changing of the solution

to maintain fresh solution at all times.
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Table 6 Chemical Composition of ASTM
Artificial Sea Water (ASTM-D1141)

Compound Concentration, g/liter

NaCi 24.53

MgC1 2  5.20

Na2 SO4  4.09

CaCl 2  1.16

KCI 0.695

NaHCO 3  0.201

KBr 0.101

H 3BO 3  0.027

SrCl2  0.025

NaF 0.003

3Ba (NO3)2 0.0000994

Mn '(NO 3 2 0.0000340

3u (NO3 2 0.000030B

Zn (NO3) 2 0.0000096

Pb (NO )2  0.0000066

AgNO 3  0.00000049

r*

Chlorinity of this sea water is 19.38

t The pH after adjustment with 0.1N NaOH solution is 8.2
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3.2.5 Environmental Chambers

The environmental chamber design shown in Fig. 10 was

used for testing the compact tension specimens. The chamber

is made of Plexiglas with two aluminum outside pieces for

fastening it to the specimen. An "O"-ring provides a water-

tight seal between the chamber and the specimen surface.

The two chamber halves are clamped together using three

bolts which thread into one of the aluminum support pieces.

The problem with this type of environment chamber is that as

the crack grows, the opening displacement of the specimen

notch gets larger. This requires some type of flexible seal

at the notch. After trying several methods, it was found

that a layer of Dow Corning 3145 RTV silicone rubber

sealant/adhesive performed the best. This material was put

around the notch of the specimen and the front end of the

evironmental chamber. Directly from the tube, this material

is formable and extremely tacky. However, after leaving it

to set overnight at room temperature, it cures to a smooth,

rubber sealant with excellent adhesive properties. It is

very flexible and resistant to all the environments tested

in this program.

Details of the environmental chamber used for the

stress-controlled fatigue crack initiation tests are shown

in Fig. 11. Chambers were fastened to the specimen using
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Plexiglass chamber
Groove for "0" ring

Aluminum support bracket ee-through window

0

[Actual size]

Chamber mounted on specimen

{0

0i

i0

Fig. 10 Schematic Drawings of Environmental Chamber
for Compact Tension Specimens

48



NADC-8312 6-6 0 Vol. I
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o -- 1/16
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eddy-current
probe hole

f2.5" '34

O-Ring
MS 9386-153

Plexiglass chamber

Fig. 11 Environmental Chamber Geometry for the Stress-Controlled
Crack Initiation Tests
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C-clamps. The hole in the chamber allows access for eddy

current detection probes during testing to monitor fatigue

crack initiation.

For all Phase I testing, the specimen was constantly

immersed in the environment. The environment was then

periodically removed and replaced with fresh solution.

Environmental chambers were also used for dry air testing by

placing desiccant crystals in the chamber.

3.3 EXPERIMENTAL PROCEDURES

The experimental procedures (i.e., test set, equipment

used, data acquisition methods, etc.) are described and

discussed in this section. Phase I tests were conducted at

the GD/FWD and at Lehigh University. Every effort was made

to ensure the test results would be consistent for the two

laboratories.

Most of the crack propagation tests for the aluminum

alloy were conducted by GD/FWD. Lehigh University conducted

the crack propagation tests for the titanium alloy and the

hold time tests (Table 3) for both aluminum and titanium

alloys.
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3.3.1 Data Acquisition

Several methods of data acquisition were used for the

Phase I test program. However, all initiation data were

obtained using an eddy current technique, and most

propagation test data were obtained using either an

automated compliance technique or an electrical potential

technique.

3.3.1.1 Eddy Current Technique

The eddy current technique was used to detect cracks in

open fastener holes. The automated eddy current inspection

system used is shown in Fig. 12. This unit includes an

Automation Industries Model EM-3300 eddy current unit, a

variable drive/speed miniscanner head, a bandpass filter

plus amplifier, and a dual channel recorder. Special high-

sensitivity probes developed by the Relictrol Company (CREG

Model 102 Probes) were used to obtain the highest resolution

possible in detecting crack initiation.

The minimum crack size that can be detected in a

fastener hole using this system depends on the quality of

the hole being inspected. Factors affecting hole quality

which can also influence the eddy current signal are surface
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roughness, hole out-of-roundness, scratches, gouges, smears,

etc. An example of how surface can affect the signal is

shown in Fig. 13. A considerably lower background signal is

obtained in a hole having 20-25u-inch r.m.s. surface finish.

A small fatigue crack would be much more difficult to detect

in the hole with the rougher finish.

In general, the 7XXX aluminum fastener holes drilled by

conventional drilling technique used by General Dynamics

production line, crack depths as small as 0.002-inch (0.0005

mm) are detectable with the high-sensitivity probes in

conjunction with the EM-3300 eddy current unit.

Shown in Fig. 14 is an example of eddy current scans of

fastener holes in stress-controlled aluminum coupons.

Fatigue cycling was stopped at various intervals and an eddy

current hole inspection was made. In automatic scanning,

the eddy current probe is first positioned coaxially with

the fastener hole, the inspection drive speed is selected,

and the probe is driven through the fastener hole. The eddy

current probe rotates as it is being driven. Translation

speed of the probe is approximately 0.02m-inch per

revolution as the probe follows a helical motion t -ough the

hole. The large deflection at the left portion of the scans

(Fig. 14) is due to the probe entering the hole while the
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large deflections at the right is due to the probe leaving

the hole. The number of deflections observed for a single

fatigue crack depends on the diameter of the eddy current

coil and length of the fatigue crack in the hole. For

instance, in Fig. 14, the same fatigue crack produced two

deflections. Typical eddy current scans showing onset of

cracking in 6-Annealed Ti-6A1-4V alloy are shown in Fig. 15.

The amplitude of the eddy current signal is proportional

to the depth of the fatigue crack for crack depths less than

approximately 0.020-inch. For crack depths greater than

0.020-inch, the eddy current signal starts to saturate for

the operating frequency used. This frequency produces a

fairly shallow skin depth in aluminum alloys increasing the

sensitivity to small cracks at the surface.

The eddy current signals can be converted to crack

depths. For example typical correlation plots for eddy

current signal and crack depth are shown in Figs. 16 and 17

for aluminum and titanium (6A1-4V) alloys, respectively.

The eddy current signals are not as sensitive to small

fatigue cracks in 8-annealed Ti-6AI-4V alloy as in 7075-T7651

aluminum alloy. A crack depth of approximately 0.070-in. is

required before the eddy current signal saturates.
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(a) 20000 cycles

Fatigue Crack

. . " (b) 30000 cycles

SL .....

Fig. 15 Eddy Current Scans Showing Onset of Cracking in

Fatigue Cycled Coupon (E-Annealed Ti-6AI-4V Alloy)
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3.3.1.2 Compliance and Electical Potential Techniques

Early in the fatigue crack propagation testing, a low

power microscope and finely divided scale were used to

monitor crack growth in the specimen. Although this

technique is simple to use and requires no computerization,

it is costly and time consuming. This method was also used

to check other data acquisition techniques used.

Crack length was measured during the tests by using

either a crack-mouth-opening-displacement (CMOD) gage or

clip gage or an a.c. electrical potential system. For

the specimen geometry and clip gage location, calibration

had to be established experimentally. Reference marks were

scribed onto the polished surfaces of calibration specimens

along the expected path of crack growth, and the crack was

extended by fatigue in air. As the fatigue crack reached

each of the fiduciary marks, fatigue cycling was

interrupted. The electrical potential and the slope of MOD

versus load (or V/P) were recorded, and a replica of each of

the specimen surfaces was made. Note that the potential was

measured automatically at the maximum load points during

fatigue and represented the average of 20 successive

readings. The slope V/P was obtained by linear regression

anlaysis of CMOD vs. load data over 3 cycles. The loal
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range was chosen to minimize the influence of crack closure.

After fracture of the specimen, the actual crack front was

observed and corrections were applied to the crack length

measurements made from the replicas to account for the

effect of crack front curvature. The average crack lengths

thus obtained were used to obtain the experimental

calibration equations. Calibration data for the titanium

alloy are shown in Figs. 18 and 19.

Compliance Method [24]

a =63.5 (0.9979 -4.355 u) (14)
(in mm)

Ur1
BEV1/2+1

a =crack length

W =specimen width 2.5-inch (63.5 mm)

B =specimen thickness

P =applied load

E *elastic modulus
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44 A- Specimen A

0i -Specimen B

0A
40a =63.5 (0.9979 - 4.355 U) -1.6

4- 0 (in mm)

0 U=
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~ 32-0
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U

Fig. 18 Calibration Curve of Crack Length Versus
Normalized Compliance for a-Annealed Ti-6A1-4V
Alloy
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Electrical Potential for 8-Annealed Ti-6AI-4V
Alloy
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V -crack mouth opening displacement (CMOD)

axc. Potential Method [25]

a - 15.88 + 58.22 V* - 20.69 V* 3 (in mm) (15)

where V* - [V(a) - Vr]/Vr = normalized potential

V(a)- potential corresponding to crack length a

Vr reference potential corresponding to the

initial notch

The a.c. potential method was used for testing in vacuum,

and the displacement or compliance method was used for all

of the other tests. Accuracy of crack length measurement

with the a.c.system was estimated to be better than 1 pct,

for crack lengths from about 20 to 48 mm (0.8 to 1.85 in.).

The resolution was better than 0.01 mm (0.004 in.) based on

20 nV resolution in electrical potential.

3.3.1.3 Fractography

A scanning electron microscope was used to characterize

the morphology of fracture surfaces. Entire broken halves
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of the specimens were placed inside the microscope for

examination. For selected specimens, both broken halves

were placed inside the microscope, and mating areas of the

fracture surfaces were examined. Specimen tilt was about an

axis parallel to the direction of crack growth.

Fractographs are presented and briefly discussed in Section

IV.

3.3.2 Basic Material Properties Test Procedures

Tensile tests were performed on a closed-loop MTS

machine at moderate strain rates. Yield strengths, ultimate

tensile strengths, percent elongation, and reduction of area

were measured using'a single coupon for each material (i.e.,

7075-T7651 aluminum alloy and 6-annealed Ti-6A1-4V alloy ).

Tensile test results are presented in Subsection 4.2.

Fracture toughness static testing was conducted on an

AMTEK servo-hydraulic test machine of 60000 lbs. capacity.

A 12000 lbs load indicating range was used. A strain gaged,

compliance gage of NASA design was used to measure crack

opening displacement(COD). The PQ load was measured using

the 5% secant offset method. The load-compliance curves

showed considerable plasticity and the KIc results were

invalid because of insufficient specimen thickness. Fatigue
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crack lengths were measured on a Scherr Tumico measuring

microscope at 1/4, 1/2, 3/4 thicknesses and averaged.

Sustained load-long time static testing on the stress

corrosion specimens was conducted on a Riehle creep machine

of 12000 lb. capacity. A modified creep extensometer was

attached to the milled notch knife edges and COD was

continuously monitored on a strip chart. Plexiglass

containers, suitably sealed with "0" rings and "duct-seal"

confined the 3.5% NaCl solution to the crack front.

In the case of the titanium samples, the Kiscc threshold

was determined by step loading the specimen. Approximately

every 48 hours the KQ was increased by adding more dead

weight to the machine's loading mechanism. The COD curve

was monitored and if no crack growth could be observed, then

the load was increased. This was continued until failure

resulted.

In the case of the aluminum, incubation time for stress

corrosion crack growth had to be considered and tests were

conducted for 1000 hours duration after the final stress

intensity level was established. The practice followed was

to load the aluminum Kiscc specimens to a given KQ ; if no

crack growth was measured on the compliance recorder in 100
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hours, the* load was increased and the procedure repeated.

Load increments were stopped when the Kic of the material

was approached. Neither of the aluminum specimens failed

under corrosion conditions so they were statically tested

and a KQ value was obtained in addition to the Kjscc result.

Fatigue crack length and final corrosion crack length were

measured optically as with the titanium specimen. Kic and

KQ were calculated using ASTM 399-78 formulas corrected for

(H/W)=0.49.

Cyclic stress-strain fatigue specimens were machined

with the loading axis parallel to the rolling direction.

They were polished parallel to the gage length with 6wm

diamond polishing compound. The total strain-controlled

fatigue tests were performed in lab air of 30-40% relative

humidity and in 3.5% NaCl at room temperature on a closed loop

electro hydraulic MTS machine (50 kip capacity) controlled by

fully reversed (R = 0min /amax 1 -) triangular strain

amplitude waves. Cyclic stress-strain curves were

determined by the "incremental step test method", in which

total strain amplitude is increased in steps and decreased

in steps, until a stable set of hysteresis loops is

obtained.
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For tests in laboratory air, a saturated, stable

hyster sis-loop set was obtained after the 6th decreasino

block for 7075-T7651 aluminum alloy and after the 7th

decreasing block for 6-annealed Ti-6AI-4V alloy. The outer-

most tip of each stable hysteresis loop in compression was

converted from load-voltage/strain-voltage to stress / strain

and plotted. Cyclic stress-strain curves were also determined

in 3.5% NaCi solution. Results are presented in Subsection

4.2.

3.3.3 Fatigue Crack Initiation Test Procedures

Stress-controlled fatigue crack initiation tests were

performed on 7075-T7651 aluminum alloy and #-annealed Ti-6A1-

4V alloy specimens in dry air and in 3.5% NaCl solution. A

dogbone type of specimen with an open center-hole was used (Ref.

Fig. 9). The stress concentration factor (Kt ) due to the

hole in the specimen was approximately 2.6 (based on net

section stress).

All tests were performed on servo-controlled,

hydraulically-actuated load frames. A special hardware

interface was used to monitor each load frame and to assure

proper load control.
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All specimens were tested in the as-machined condition

without any prior preconditioning (e.g., presoaking in 3.5%

NaCi and pretesting). Fatigue tests were conducted using a

sinusoidal wave form and an R ratio of 0.05. Two different

loading frequencies were used (i.e., 1 Hz and 6 Hz).

Specimens were mounted in the load frames and the two

environmental chamber halves (Ref. Fig. 11) were clamped to

the specimen. The open hole in each chamber half was

plugged with a hard-rubber plug.

The environmental chamber was filled with 3.5% NaCl

solution and the solution was periodically drained and

refilled with a fresh solution. For the dry air tests, the

test setup was the same except desiccant was used in the

chamber instead of 3.5% NaCl solution.

Stress-controlled tests were performed for selected a

values and environments (dry air and 3.5% NaCl solution).

The number of cycles to initiate a 0.010" crack in the open

hole was determined using the eddy current technique

described in Subsection 3.3.1.1.

Eddy current inspections were periodically made as

follows. The 3.5% NaCl solution was first drained to a
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level below the open hole. then the rubber plugs were

removed to permit an eddy current inspection of the hole in

the specimen. Following an inspection, the rubber plugs

were replaced in the chambers and the chambers were refilled

with 3.5% NaCl solution.

The number and frequency of the eddy current inspections

varied -- depending on the Ao level used. For example, eddy

current inspections were made approximately every 25000

cycles for the low Ao tests and more frequently for the

higher Ao tests.

After the number of cycles to crack initiation (a.

0.010") had been determined, the tests were continued until

the specimens failed. Test results are presented in Section

4.2.

3.3.4 Fatigue Crack Propagation Test

Procedures

Co~mpact tension (CT) specimens (Figs. 6 and 7) were used

in the crack growth studies. Specimen dimenlsions and test

procedures generally conform to ASTM Method of Test E647

[26]. The specimens were oriented in the L~T orientation,

with the crack plane perpendicular to the longitudinal
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direction and crack growth along the transverse direction of

the plate. An initial notch (or crack starter)

approximately 0.625-inch (15.9 mm) in length was introduced

into each specimen by either a thin wafer saw or

electrodischarge machining (EDM). Some specimens were

polished using emery cloth and then aluminum oxide powder to

remove machining marks. Then finely-divided plastic scales

were mounted on both sides. This was to facilitate reading

crack lengths with a low-power travelling microscope. Each

specimen was precracked in fatigue through a decreasing

sequence of loads that terminated at the desired load level

(or initial K) for the actual experiment. The precracking

procedure provided a fatigue crack of about 0.17-inch

(4.4mm) in length from the starter notch, corresponding to a

crack length of about 0.80-inch (20.3 mm) at the start of

each experiment. This precracking procedure ensured that

the subsequent fatigue crack growth would be through

material that had not been altered by the notch preparation

procedure, and would be unaffected by the starter notch

geometry. Titanium specimens were precracked while exposed

to the test environment, whereas the aluminum specimens were

precracked in laboratory air. However, data was not taken

until after the crack had fatigued approximately 0.020-

inches (0.50 mm) in the environment.
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The stress intensity factors, K, for the specimens are

given by Eqs. 16 and 17.

Aluminum (Fig. 6)

K- P [30.96 - 195.8c + 730. 8a2 - 1186.3a 3 + 754.6a 5 ] (16)
BW""

Titanium (Fig. 7)

K - P (2 + a) (0.886 + 4 .64a - 1 3.32a 2 + 14.72a 3

WT)3/2 (17)

- 5.6a )

where:

a= a/W

B = thickness

W - specimen width (2.50-inch)

P = applied load

a - crack length.

The fatigue crack growth experiments were carried out in

an automated closed-loop hydraulic testing machine operated

in load control at the predetermined stress ratio, R. Four

different test procedures were employed. In procedure A,

tests were carried out under constant amplitude loading at a

prescribed frequency and load ratio. Occasional shifts in
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frequency were made to examine the influence of Slow cycling

frequencies. The other three procedures involved testing at

constant AK, using an automated load shedding routine. In

procedure B, AK was maintained constant for crack growth of

approximately 0.10-inch (2.5 mm) at a predetermined

frequency. Then ASK was Iincreased and the procedure

repeated. In procedure C, AK was maintained constant, w~hile

cycling frequency was changed to cover a range of

frequencies on a single test specimen. In procedure C, the

level of AK was changed so that the influence of holding

time can be examined at several K levels on a single

specimen.

Load or AK control was estimated to be greater than -I

pct. Test frequency ranged from 0.03 Hz to 10 Hz, !,K from

4.5 to 30 ksi /'in. (4.9 to 33 MPaan) for the aluminum and

from 9.1 to 41 ksi/i. (10 to 45 MPa-R) for the titanium,

and R ratio from 0.05 to 0.4.

For examining the effect of holding time, a triangular

waveform at 1 Hz was used as reference (zero holding time)

and was modified by holding at maximum load for prescribed

time intervals (with no holding time at the minimum load in

the cycle). In other words, the waveform consisted of an

up-ramp of 0.5 s, holding a maximum load, and a down-ramp of
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0.5 a. Holding times of 0, 1 and 2.33 s were selected which

provided an equivalent frequency of 1, 0.5 and 0.3 Hz,

respectively. These holding times (or frequencies) bracket

the freauencv at which the maximum environmental effect was
observed in the titanium alloy.

The sustained-load (or stress corrosion) crack growth

tests were carried out using titanium specimens and a step-

loading technique. The applied load was increased in a

stepwise fashion. It was held constant for 30 min. to 2 h

after each incremental increase in load to establish the

absence of detectable crack growth, and was increased by the

next increment. If continuous crack growth was detected,

the load was then maintained constant. Otherwide, the load

was increased until a K level of about 71.4 ksi/ivn. (65 M4Pa1)

was reached, and the test was then terminated.

(

I
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SECTION IV

PHASE I TEST RESULTS

4.1 INTRODUCTION

ITest results from the Phase I effort are presented and

discussed in this section. Results are tabulated and

plotted in various forms. Crack initiation and crack

propagation test results are presented and discussed.

However, the stress-initiation life model and the crack

propagation models are evaluated in detail in Section V.

4.'2 NASIC MATERIAL PROPERTIES

Tensile test results for 7075-T7651 aluminum alloy and

for B-annealed Ti-6A1-4V alloy are shown in Table 7. The values

for 7075-T7651 aluminum alloy are considered typical.

Tensile properties for the titanium alloy conform to FMS-

l109D specification minimums.

Fracture toughness values for 7075-T7651 aluminum alloy

and B-annealed Ti-6A1-4V alloy are shown in Table 8.

For both materials, the specimens were not thick enough for

a plane strain condition. Average RIC values of 33.2 ksiS'.
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Table 7 Tensile Properties for 7075-T7651 Aluminum
Alloy and B-Annealed Ti-6A1-4V Alloy

MATERIAL TYS TUS o ELONG. . RA
(ksi) (ksi) in 1"

7075-T7651 Aluminum Alloy 66.3 76.7 12 31.6

8-Annealed Ti-6A1-4V Alloy 127.0 136.0 10 17.7
k- -

Table 8 Fracture Toughness Properties for 7075-T7651 Aluminum
Alloy and $-Annealed Ti-6A1-4V Alloy

RATRIL OIETATOW SPEC. I w A P1

RATZIAL ORIETATION NO. to. IN. IN. 5B
9  

LBft

tI-W-V LT TICI .498 2.503 1.460 $400 9"90 136.6 (1)(2)
TV$ - 127 KSI
I/V * 0.s L-T TIC2 .496 2.4K 1.452 8460 9350 13.? (1)

AVG 137.7

0?0?5-TS1 L-T MCI .450 2. S0 1.261 2250 320 39.9 (1)(2)

TS * 66.31S8

N/V 0.94 L-T MKC2 .499 2.549 1.253 2270 3155 32.0 (1)(2)

_ _ AVG 33. 2

Invalid at, becsoe:

(1) Iuffitetent thieck ase to meet a . 2.5 (Kittc )
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and 137. 7 ksi !in., based on two specimens for each

material, were obtained for the 7075-T7651 aluminum alloy

and for the 8 - annealed Ti -6A1 - 4V alloy,

respectively. The average Kic value for the titanium alloy,

based on plane stress conditions, is considerably higher

than the value expected under plane strain conditions.

Stress corrosion properties for the 7075-T7651 aluminum

alloy and for the 8 - annealed T i -6A1 -4V alloy are

shown in Tables.9 and 1 respectively. Results are based on

two test specimens for each material. KQ for one aluminum

coupon was higher than normal. This was probably due to

crack front blunting. The titanium alloy results for two

specimens were fairly consistent. For example, Kscc values

ranged from - 70 ksi /M. to 85 ksi ,'T.

Figure 20 shows a stabilized set of hysteresis loops for

7075-T7651. The outermost tip of each loop in compression

was converted to stress-strain and plotted in Fig. 21.

Comparison of the monotonic and cyclic stress strain curves

indicate neither cyclic softening nor cyclic hardening. The

stress-strain curves have also been determined in 3.5% NaCl

solution. These results are identical to those obtained in

laboratory air. This was expected because the testing time

for this low cycle fatigue test was too short to transfer
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Table 10 K, of 8-Annealed Ti-bAl-4V Alloy.

irocnm WIDM ThiNIWSS CxA0 LDIGM LOA~ TIMB TO
160. V.11606 .1160 A.100 Los Uixf IAIL.NOUU

1131* 2.301 0.496 1.133 m0o0 32.6 46.7 my

3100 40.4 47.98

4200 45.3 4S.2

4600 52.4 11.6

$300 $7.9 47.8

5300 63.4 41.6

6400 69.9 120.1

7400 30.0 0.10

TK22.502 0.49? 1.16? 4m0 53.6 30.4 MF

5200 $7.8 65.2

5m0 62.3 48.3

6000 "6.7 46.1

600 11.1 71.4

600 15.6 47.6

1200 60.0 53.1

1000 66.5 3.5

Sustained Load in 3.5%. NaCi Solution

*Kjc X70 to 81 ksiJin.

K~c x8 to 85 ksi rn.
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STRESS (ksi)

70.

60-

-60

-70

Fig. 20 A Stable Set of Hysterisis Loops for 7075-T7651

Aluminum Alloy
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50

40

:5 30

C,,

10

0 0.002 0.004 0.006 0.008 0.01

STRAIN

Fig. 21 Cyclic Stress-Strain Curve For 7075-T7651 Aluminum
Alloy
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enough hydrogen atoms to appreciably change the bulk

properties.

Figure 22 shows a stabilized set of hysteresis loops for

P-annealed Ti-6A1-4V alloy. A comparison of the cyclic and

monotonic stress-strain curves is shown in Fig. 23. This

comparison clearly shows slight cyclic softening at a total

strain greater than 0.7%. Like the aluminum alloy, results

in 3.5% NaCl solution were identical to those in laboratory

air.

4.3 FATIGUE CRACK INITIATIO1' RESULTS

Fatigue crack initiation test results for the applicable

aluminum and titanium alloys are presented and discussed in

this section. The results are presented in various forms

for comparison and evaluation.

4.3.1 7075-T7651 Aluminum Alloy

Experimental results for the 7075-T7651 aluminum alloy

are summarized in Table 11 for dry air and 3.5% NaCl

environments. Results are presented for the number of

cycles to crack initiation (a. - 0.010*) and for the. number

of cycles to failure. The results given in Tablell are

82
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-Annealed Ti-6A1-4V Alloy

Specimen No. TSS-l

7th Decreasing Block

(Saturated) 6

LOAD
(Voltage)

4

3

2

STRAIN (Voltage)

1 Load Volt - 23.502 ksi

-3 1 Strain Volt - 03

-4

-5

j-6

Fig. 22 A Stable Set of Hyaterisia Loops for j-Annealed
Ti-6Al-4V Alloy
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------- 100

N 600-

400

50

M ONOTONIC
-CYCLIC

200______ (incremental step)

00.5 1.0

STR.AIN (.

Figure 23 Monoton~ic and Cyclic Stress-Strain Curves for
8-Annealied Ti-6Al-4V Alloy
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Table 11 Normalized Number of Cycles to Crack
Initiation (a - 0.010") and Failure
for 7075-T765? Aluminum Alloy in Dry Air
and in 3.5% NaCl Solution

NO. OF CYCLES
SPECIMEN TO INITIATION NO.OF CYCLES

FREQENCY Aa (a . 0.010") TO FAILURE
ENVIRONMENT TYPE NO. (RZ) (KSI) 0 Ni Nf

DRY AIR A104 6 14 >1,085,O00 0 >1.085,000

A103 16 2I,1240,000 ( >1,240.000
A109 16.2 830,000 912,128
AI08 17 105.000 139.176
A116 17 102,000 )-102,000 2
A117 17 103,000 > 1C1,000 28
AIOI 18 12t),000 163.808
AIOS 20 57,000 72,741
Ar14 20 46.000 62.157

o AI5 20 46.500 61,128
A107 22.5 42,000 56,874
A102 25 25,000 30,742

0
3.5% NaCi A129 6 13.6 ---- 288,190

A123 14 308,000 343,936
A126 15 260,000 300,000

o A122 16 103,000 128.269
AI31 16.5 85,000 100.778
A132 83,500 93,623
AZ33 74,500 89,441
A137 1 57.000 63,852
A138 I 62.000 70.349
A139 95,000 106.554
A121 18 37,000 44,495
AIll 20 17,500 27,379

A112 I 23,500 34,376
A113 16,500 23,673
A124 23.000 30,378
A134 21,300 25.508A135 i22,000 29,743

A136 19,000 22.500
A125 22.5 18.000 24,450A127 j 23 13,500 15,000

NOTES:

1. Test stopped before Initiating an 0.010" crack.

2. Not tested to failure.

3. Crack size >0.010" before first eddy current reading.
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further evaluated and discussed in the following subsection

and in Section V.

4.3.1.1 Effect of Environment

Crack initiation results for dry air and 3.5% NaCi from

Table flare plotted in Fig. 24 for selected stress ranges.

For the stress ranges studied, the crack initiation

resistance in 3.5% NaCi is substantially less than in a dry

air environment. The crack initiation results in 3.5% NaCi

for 7075-T7651 aluminum alloy qualitatively agree withprevious

findings reported in the literature (27,2].

For 7075-T765f alurminum alloy, nicrocracks are known to initiate

caused by further development of persistent slip bands (and

thus, slip steps) due to the to-and-fro motion of

dislocations along slip planes from the cyclic mechanical

force. Therefore, in a corrosive environment, the

preferential electrochemical attack on the predominant slip

planes, with distorted metal acting as anode and undistorted

metal acting as cathode, accelerates the process of crack

nucleation.
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4.3.1.2 Effect of Frequency

Is there a significant difference in the mean NJ values

j ifor two different loading frequencies (i.e., f a 1 Hz and 6

Hz) at a - 0.05 significance level? A standard small-sample

test (e.g.,29] is made to address this question.

Two tests for differences in the mean Ni value are shown

in Table 12 for Av - 16.5 ksi and 20 ksi and a 3.5% NaCI

environment. NJ results were obtained from Table 11. The NJ

mean (1) and standard deviation (S(x)) for applicable

frequencies are indicated.

In both cases considered, the test statistic, it, is

less than the limiting student t. value shown in Table 12.

Therefore, it is concluded for Cases I and II that there is

no significant difference in the mean NJ values for f a 1 Hz

and 6 Hz at a - 0.05 significance level.

The ratio of the number of cycles to crack initiation

(a, a 0.0100) to the number of cycles to failure (Ni/Nf) was

determined for the dry air and 3.5% NaC1 environment tests

shown in Table l. Bar plots and other statistical results

are shown in Fig. 25. It is interesting to note that the

average NjI/Nf ratio is approximately the same for both dry

88
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4 3.n1 NaCt

*.0Dry Air ( NO) (f-6 Kz) (fI N Z)

0. 779 (Ave .79 ee) 0. 831 (Ave)

0.4

0.2Z

n-8 n -13 n w6
x -0.779 x - 0.798 x - 0.838
a~)-0.0591 a(x) - 0.0875 aOx) - 0.054

C.O.V. -7.67 c-o.v. - 10.9%~ C.0.V. - 6.4

Fig. 25 Effect of Frequency on Nj/Nf Ratio for
7075-T7651 Aluminum Alloy (a0 0.010"1)
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air and 3.5% NaCi environment. Also, based on the small

sample test for difference in mean values (e.g., 291, it was

determined that there is no significant difference in the

mean Nj/Nf ratio for f - 1 Hz and 6 Hz for a - 0.05

significance level.

4.3.1.3 Discussion

The following conclusions are based on the test results

and evaluations in subsection 4.3.1.

1. The crack initiation resistance of the 7075-T7651

aluminum alloy depends on the severity of the environment.

For example, the resistance to crack initiation is higher in

a dry air environment than in a 3.5% NaCl environment.

2. No significant differences in the mean Ni values

were found in a 3.5% NaCl environment for f - 1 Hz and 6 Hz

at a - 0.05 significance level. This conclusion was reached

for two different Au levels (i.e., 16.5 ksi and 20 ksi). A

wider range of Av levels should be investigated to evaluate

the effects of frequency on N i results.

3. Based on constant amplitude test results, the number

of cycles to crack initiation (a. - 0.010 is a significant

91
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part of the total fatigue life. For example, the mean

(Ni/Nf) ratio varied from 0.779 to 0.838 (ref. Fig. 25).

Interestingly, no significant differences were found in the

mean (Ni/Nf) ratio for either a dry air or a 3.5% NaCl

environment. Also, the loading frequency did not have a

significant effect on the mean (Ni/Nf) ratio for a - 0.05

significance level.

4.3.2 $-Annealed Ti-6A1-4V Alloy

Crack initiation test results for the titanium alloy are

summarized in Table 13 for the dry air and 3.5% NaCi

environments. The number of cycles to failure are also

presented. Testing and data acquisition procedures used are

described and discussed in subsection 3.3.3. Test results

from Table 13 are evaluated and discussed in the following

subsection and in Section V.

4.3.2.1 Effect of Environment

The crack initiation results from Table 11 are plotted

in Fig. 26 as Ao versus Ni for dry air and 3.5% NaCi

environments. These results indicate that the crack

initiation resistance depends on the environment.
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Table 13 Normalized Number of Cycles to Crack Initiation
(a0  - 0.010") and Failure for $-Annealed Ti-6Ai-4V

A ll oy in Dry Air and in 3.5% NaCI Solution

NO. OF CYCLES

SPECIMN FruQUnCY ha TO INITIATION NO OF CYCLES

ENVIRON4ENT TYPE NO. (HZ) (ISI) (a - 0.010") TO FAILURE
-N N

DRY AIR TI08 6 32.5 600,000 660,027
T106 35 820.000 872.434
TIOS 40 52.400 72.841
T104 45 27.500 43.797
T109 50 16.505 29.610
TUO | 23.100 41,015

T111 18,500 25.519
T102 55 22.600 25.308

0 T103 60 __ 013,995
TIO1 70 6,400 7.552

3.5% NaC1 0 T128 6 27.5 ,1.000.00O ,1.000.000

T125 30 >1.o00.000 P 1.000.000
T126 32.5 73,000 90,020
T122 35 77.000 99.723
T1144 I76,000 105.982
TIlS I 191.000 221.065
TIM6 ,000,00 X. 1,,000,o000 Q
T132 7 1 70,000 765.252
T133 1 660,000 739,456
TI34 73.000 81,574
T121 6 0 18.200 23,979
T123 I 45 23,000 27,857
TIKM I 50 15.500 21.827
TIM2 16.300 19,418
TI3 15.000 21,947
T129 1 0 24.000 27.887
T130 j J 19.,500 22,960
Ti31 14.200 16.988
T124 6 55 9,100 11,693
T127 70 5,200 6.573

NOTES:

1. Teststopped before initiating an 0.010" crack.

2. Not tested to failure.

3. Crack size 30.010" before first eddy current reading.
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4.3.2.2 Effect of Frequency

The effect of loading frequency on the mean Ni and the

mean (Ni/Nf) ratio is evaluated in this section. A standard

small-sample test [e.g., 29] will be used to determine if

there is a significant difference in the applicable mean

values for a - 0.05 significance level.

Ni  results from Table 13 for Ao - 35 ksi and 50 ksi are

listed in Table 14 for two different loading frequencies

(i.e., f - 1 Hz and 6 Hz). The effects of loading frequency

on N i are evaluated using these results. Specimen TIM6

(3.5% NaCl, f = 6 Hz, Av - 35 ksi) from Table 13 was not

included in the stitistical analysis because the test was

stopped before a crack size of 0.010" had been initiated.

Results of the small-sample tests for determining if

there is a significant difference in the mean Nivalues for

different loading frequencies are given in Table 14. The

results in both cases (III and IV) indicate that there is no

significant difference in the mean Ni values for the same Ao

value and for two different loading frequencies at a - 0.05

significance level. This conclusion appears to be justified

for Case IV (a - 50 ksi). However, due to the observed

scatter for Case III and the fact that specimen TIM6 was not
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included in the analysis, the effects of loading frequency

at &ao 35 ksi are not considered to be conclusive.

The ratio of Nj/Nf, determined from Table 13, is plotted

{ in Fig. 27 for dry air and for 3.5% NaCl environments. Mean

N1/Nf values ranged from 0.753 to 0.881. In this case,

Ni/Nf values for different Aa values were used to determine

the corresponding mean Nj/Nf ratio. Like the aluminum

alloy, the initiation life (a. - 0.010") represents a

significant portion of the total fatigue life for the

titanium alloy. Further testing and evaluation of the

titanium alloy is recommended to better understand the

corrosion fatigue mechanisms and the effects of loading

frequency on crack initiation.

4.4 FATIGUE CRACK PROPAGATION RESULTS AND EVALUATIONS

Several fatigue crack propagation tests vere performed

in Phase I (ref. Tables 3 and 4) to evaluate the effects of

environment, R ratio, loading frequency, hold time, etc. on

crack growth. Test results for the 7075-T7651 aluminum

alloy and for the 8 - annealed Ti-6A1-4V alloy are

presented in this section. Experimental results are

compared and evaluated. These results are also used to

evaluate the crack propagation models described in Section
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3.5% N&CI

1'.0. DrywL (f-6 Z) (f-6 Hs (f-I HS

1573 (ave) .79(v)0 ae

N.

*NE 0.
@@ a .4m .O

0.2

a

nl 9  n-i n 6

x -0.753 x - 0.769 x -0.881

y(x) -0.1498 o(i) - 0.0563 0(i) -0.0382

C-.V. -19.89% C.0.V. - 7.32% C.0.V. -4.347,

Fig.T27 -ffect4o Frequency on N/gRatio for B-Annealed
Ti-6l-4VAlloy (a 0  0.b10
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II. Details of the model evaluation are given in subsection

5.3.

4.4.1 7075-T7651 Aluminum Alloy

Room temperature crack growth data for the 7075-T7651

aluminum alloy are presented in this section and in Appendix

A. Results are evaluated and discussed.

4.4.1.1 Effect of Environment

Results of the tests conducted in different environments

(Table 4 of the test matrix) are shown in Fig. 28. These

tests were conducted in 3.5% NaCl + H2SO4 (pH - 3.5), ASTM

artificial seawater, and distilled water. Results are also

compared with data for 3.5% NaCl (R = 0.05, Freq.= 6 Hz).

Little difference in propagation rate was observed in the

3.5% NaCI, 3.5% NaCl + H2SO4 (pH = 3.5), and ASTM artificial

seawater environments. Slower crack growth rates were

observed in distilled water as expected.

A comparison of crack growth rates in dry air and 3.5%

NaCl are shown in Figs. 29 and 30. Two different R values

(R - 0.05 and R - 0.3) were compared. For R - 0.05, average

crack rates were higher in the salt water environment for AK
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10-3 ,,1

7075-T7651 Aluminum Alloy 0
Room Temperature
R - 0.05, f - 6 HZ

0

0-4 -OV 
V A

AA

*AA
0A

0 0

10-6
iV 3.5% NaCl

o 3.5% NaCi + H2S0 4

0 Artificial Sea Water
A Distilled Water

0 5 10 15 20 25 30 35

AK (ksijn.)

Fig. 28 Effect of Environment on Crack Growth Rates for
7075-T7651 Aluminum Alloy at Room Temperature (R-0.5,
f - 6 HZ)
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Fig. 29 Comparison of Crack Growth Rates for 7075-T7651
Aluminum Alloy in Both Dry Air and 3.5% NaCi
Solution at Room Temperature (R = 0.05)
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Fig. 30 Comparison of Crack Growth Rates for 7075-T7651
Aluminum Alloy in Both Dry Air and 3.5% NaCI
Solution at Room Temperature (R = 0.3)
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values between approximately 10 and 20 ksi 4nch. For R -

0.3, crack rates were higher for AK values ranging from

approximately 5 ksi" j/i2 to 18 ksi fi-nch. A larger

difference in crack rate was observed at R - 0.3. Other

investigators have also observed no difference in crack rate

at very low and very high AK values DO]. Our results are

similar to those obtained for 7075-T73 and 7075-T6 sheet

(311, where the largest difference in crack growth rates were

observed in AK - 7 ksi Fin. to AK - 20 ksi r/T. range.

4.4.1.2 Effect of R Ratio

The effect of R ratio on crack growth rate in dry air is

shown in Fig. 31. Above a stress intensity range of

approximately 10 ksi /in c, a considerable accelerated crack

growth rate is observed at the higher mean stress (R - 0.3).

The sensitivity of aluminum alloys to mean loads given by

the ratio R has been documented W-341.

The effect of R ratio on crack growth rate in 3.5% NaC1

is shown in Fig. 32. Practically identical growth rates are

observed at the R ratios, R a 0.2, 0.3, and 0.4. At the R

ratio, R - 0.05, slower growth rate is observed in the

stress intensity range, AK w 7 ksi Ii ' to AK - 15 ksi

rlnch. Similar results were obtained in a dry air

environment where slower crack growth rates were obtained at

low R values.
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Fig. 31 Effect of R Ratio on Crack Growth Rates for
7075-T7651 Aluminum Alloy in Dry Air at Room
Temperature (R - 0.05, 0.3)
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Fig. 32 Effect of R Ratio on Crack Growth Rates for
7075-T7651 Aluminum Alloy Exposed to 3.57. NaCI
Solution at Room Temperature (f = 6 HZ; R - 0.05,
0.2, 0.3, and 0.4)
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4.4.1.3 Effect of Freauency

Dry air experiments were conducted at test frequencies

of 0.1 Hz, 1.0 Hz, and 6.0 Hz. Two different R ratios of

0.05 and 0.3 were used. A comparison of crack growth rates

for specimens tested at different frequencies is shown in

Figs. 33 and 34. At an R ratio of R - 0.05, virtually no

effect of frequency on crack growth rate was obtained (Fig.

33). For a higher mean stress (R - 0.3), no effect is

observed at a stress intensity range, AK, below

approximately 15 ksi ivT-ch (Fig. 34). Results above 15 ksi

/i-ni are inconclusive due to limited data at 1.0 and 6.0 Hz.

In a vacuum and very dry gases, crack growth rates are

usually found to be independent of cycle frequency [35].

Tests in 3.5% NaCl environment were conducted at

frequencies ranging from 0.1 Hz to 6.0 Hz and mean loads

ranging from R a 0.05 to R a 0.4. The effect of cycle

frequency on crack growth rate in a salt water environment

is shown in Figs. 35 - 37. Little difference was observed

in crack growth rates at the different cyclic frequencies,

particularly at the lower stress intensity range. Previous

results are inconclusive regarding the effects of cyclic

frequency on crack growth in aluminum alloys. Frequency

effects are usually small in aqueous environments,
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Fig.33 Effect of Frequency on Crack Growth Rates for 7075-T7651
Aluminum Alloy in Dry Air at Room Temperature (R 0.05;
f - 0.1 Hiz, 1 Hz ad 6 Hz)
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Fig. 34 Effect of Frequency on Crack Growth Rates for
7075-T7651 Aluminum Alloy in Dry Air at Room
Temperature (R - 0.3; f -0.1 HZ, 1 HZ, and 6 HZ)

108



NADC-83126-60 Vol. I

i , I I I I"

7075-T7651 Aluminum Alloy
Room Temperature
3.5% NaCi 0
R - 0.05 0

10 0

-0o

0

0

10 - 5  0

0of- 6HZ
Of -3HZ

A Af-IHZ

10 - 6 5 i 3 3
0 5 10" 15 20 25 30 35

AK (ksi rn )

Fig. 35 Effect of Frequency on Crack Growth Rates for
7075-T7651 Aluminum Alloy Exposed to 3.5/.NaCl Solution
at Room Temperature (R - 0.05; f - IHZ, 3HZ, and
6HZ)
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Fig. 36 Effect of Frequency on Crack Growth Rates
for 7075-T7651 Aluminum Alloy Exposed to 3.5%
NaC1 Solution at Room Temperature (R - 0.3;
f - 0.1HZ, 0.3HZ, 1 HZ, 3HZ, and 6HZ)
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especially if an alloy is immune to stress corrosion (30.36].

Hovever, it has been shown that an alloy highly susceptible

to stress corrosion and loaded in the short transverse

direction exhibits an extreme frequency dependence at

frequencies low enough to allow stress corrosion [30J. Tests

on 7175-T7351 in salt water showed that at a frequency of 25

Hz, crack-propagation rates differ by a factor of no more

than three (XI].

4.4.1.4 Effect of Holding Time

Tests were performed to evaluate the effect of holding

time on crack growth rate in 3.5% NaCi solution. The tests

were performed at room temperature with R - 0.05. Three

different holding times, th (Os, ls and 2.33s), and four

different AK values (8.8, 11, 17.5 and 22 MPa~ii) were

considered.

The effect of holding time on fatigue crack growth is

shown in Fig. 38. These results indicate that there is no

effect of holding time on the crack growth rate for the

range of holding times considered (th 0 to 2.33s). The

effects of longer holding times on da/dN should be

investigated for this alloy.
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Fig. 38 Effect of Holding Time on the Kinetics of Fatigue
Crack Growth in 7075-T7651 Aluminum Alloy Exposed to
3.5% NaCl Solution at Room Temperature (R - 0.05)
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4.4.2 B-Annealed Ti-6A1-4V Alloy

Crack growth tests were performed according to the test

matrix in Tables 3 and 4. Results are presented and

evaluated in this section. Experimental testing procedures

and data acquisition methods are described in Section III.

The crack propagation models are evaluated in Section V.

4.4.2.1 Effect of Environment

Crack growth tests were performed using three different

aqueous environments: distilled water, ASTM artificial sea

water and 3.5% NaCI + H2SO4  (pH-3.5). The tests were

performed at room temperature using f - 3 Hz and R - 0.05.

Test results for the three environments are superimposed in

Fig. 39 for comparison, these results indicate no

significant differences in the crack growth rates for the

* three environments considered.

Crack growth tests were also conducted in a vacuum

environment at room temperature. A loading frequency of 5

Hz and an R ratio of 0.05 was used. Results are plotted in

*Fig. 40. These results provide a baseline for comparing

other test results.
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4.4.2.2 Effect of R Ratio

The effect of the R ratio on da/dN in a 3.5% NaCI

environment (room temperature) was investigated. Three R

ratios were considered (0.05, 0.2 and 0.4) and a baseline

frequency of 10 Hz was used. Experimental results for the

three R ratios are superimposed in Fig.41 for comparison.

4.4.2.3 Effect of Frequency

The effect of loading frequency on da/dN was

investigated using a 3.5% NaCI solution at room temperature.

The following R ratios and loading frequencies were

considered:

* R = 0.05, f 0.3 Hz and 3 Hz

* R = 0.3, f = 0.3 Hz, 3 Hz and 10 Hz.

Test results for R - 0.05 are plotted in Figs. 42 and 43

for f = 0.3 Hz and 3 Hz, respectively. Similarly, results

for R = 0.3 are plotted in Figs. 44, 45 and 46 for f - 0.3

Hz, 3 Hz and 10 Hz, respectively. Figure 47 shows the

effects of cyclic-load frequency on fatigue crack growth at
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Fig. 43 Kinetics of Fatigue Crack Growth in s-Annealed
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constant AK. These results are for Kmax of 46.2 MPa/m at R

- 0.05 and 0.3.

To assess the influence of environment on the micro-

mechanism of crack growth, scanning electron microscopic

(SEM) observations of fracture surfaces were carried out.

Typical SEM znicrofractographs of a 6-annealed Ti-6Ai-4V alloy specimen

tested in 3.5 pct NaCi solution at AK = 42 MPa/m and R =

0.05 are shown in Fig. 46 for frequencies of 10, 0.3 and

0.03 Hz*. Three different components may be identified.

The first component is composed of facets containing

colonies of rod-like elements, and represents crack growth

across colonies. of similarly aligned and

crystallographically oriented a-platelets (see region B in

Figure 4 b) [18]. The areal fraction of this component

increased with decreasing frequency and reached a maximum at

about 0.3 Hz, then decreased with further reduction in

frequency. More detailed examinations indicate the

existence of fatigue striations within each a-platelet (Fig.

49). The striations are nearly parallel to the a/

interface, i.e., the local growth direction is nearly

*Crystallites, observed in the SEM microfractographs of

Figs. 48-50 , are predominant NaCI crystals deposited by
drying the specimens after fracture.
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()f =10 HZ (b) f =0.3 HZ

Crack Growth
Direction

(c) f -0.03 HZ

Fig. 48 Representative SEM Microfractographs of 13-Annealed
Ti-6A1-4V Alloy Tested in Fatigue in 3.57 NaCl Sol-
ution at Room Temperature (R - 0.05): (a) f - 10 HZ,
(b) f - 0.3 HZ, and (c) f - 0.03 HZ.
Magnification: 80X. (Plate No. 13-001, 91-103, 13-069)
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(a) 200X

(b) 800X

Fig. 49 SEM Microfractographs of Region B in Fig. 48b,
Showing C7 -k Growth Across a-Platelets and a/p
Interfaces. (a) 200X, and (b) 800X.
(Plate No. 13-1039 13-104.)
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perpendicular to these interfaces. The orientation suggests

that the growth occurred along the (0001) basal plane and

in the <1010> directions [37], and is consistent with a mechanism

of embrittlement involving the formation of fracture of

titanium hydride [193. Satisfactory explanation of the

observed changes in rate and in fracture morphology with

frequency in terms of this embrittlement mechanism, however,

needs to be explored.

The second component appears as nearly flat facets

(region A in Fig. 48 a) or an intergranular fracture (region

C in Fig. 48c) and was nearly absent at 0.3 Hz. Examination

at higher magnification shows that the facets are covered

with very fine striations (Fig. 50 ). SEM microfractographs

of one of these facets, obtained from the mating fracture

surfaces, are shown in Fig. 50. The spacing of the

striations is several times smaller than the corresponding

macroscopic crack growth rate. It is believed that these

facets correspond to growth along the prior beta grain

boundaries or through a-phases that are formed along these

boundaries. It is interesting to note that the striations

appear to be ductile on one surface, and to have a very

different and brittle appearance on the mating surface. The

reason for this difference is now known, but the existence
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of this difference indicates the highly complex nature of

corrosion fatigue in the B-armealed Ti-6AI-4V alloy.

The remaining component is ductile tearing. This

component may be seen in the SEM microfractographics for 10

and 0.03 Hz and is nearly absent again at 0.3 Hz.

4.4.2.4 Effect of Holding Time

The effects of holding time on da/dN were investigated

for 3.5% NaCI solution at room temperature and R - 0.05.

Thus different holding times were considered: th, - Os, is

and 2.3s. The resulting plots for da/dN versus 1 max are

shown in Fig. 51 for three holding times. Also, in Fig. 52,

da/dN versus th plots are shown for various AK values.

4.4.2.5 Discussion

Unlike the case of 7075-T7651 aluminum alloy, fatigue

crack growth response in the 0-annealed Ti-6AI-4V alloy

exposed to 3.5 % NaCI solution is complicated. At the

lower AK levels reducing frequency tended to decrease the

fatigue crack growth rate (see Figs. 40-46) to values below

those observed in vacuum at 5 Hz. At the higher AK levels,

on the other hand, reducing frequency tended to increase the
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Fig. 51 Effect of Holding Time on the Kinetics of Fatigue
Crack Growth in $-Annealed Ti - 6A1 - 4V Alloy Ex-
posed to 3.5% NaCl Solution at Room Temperature
(R 0.05)
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Fig. 52 Effect of Holding Time on the Kinetics of Fatigue
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crack growth rate. The change over from a decrease to an

increase in rate depended on frequency, and resulted in a

complex response at a prescribed K level. Figure 47 shows

this change at Kmax = 46.2 MPa/m for R - 0.05 and 0.3.

Decreasing frequency from 10 Hz to 0.3 Hz resulted in an

increase in growth rate. Further reductions in frequency

led to a decrease in growth rate. A similar response was

observed by increasing the holding time at maximum load,

which is equivalent to a decrease in frequency (see Figs. 51

and jZ). The observed changes in crack growth rate

corresponded to changes in fracture surface morphology (or

in micromechanism of crack growth). It is interesting to

note that the data obtained under triangular wave loading

are slower than those for sinusoidal loading at the same

frequency.

There is no simple or suitable explanation for the

observed behavior at this time. The essential absence of

sustained-load crack growth eliminates the use of the

(da/dN) scc term to account for the observed increases in

growth rate with decreasing frequency. This explanation

would not be suitable in any case because of the decreases

in growth rate with reduction in frequency at the lower AK

levels and at the very low frequencies. Macroscopic crack-

branching and strain-rate sensitivity for hydride formation
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do not appear to offer satisfactory explanations either. A

clear mechanistic understanding of the causes for the

complex response is essential for the development of a

quantitative methodology for corrosion fatigue of titanium

alloys. The understanding must include studies of the

changes in the crack tip environment, the kinetics of

electrochemical reactions, and the interactions of the

environment (hydrogen) with the microstructure.
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SECTION V

EVALUATION OF CORROSION FATIGUE MODELS

5.1 Introduction

The stress-initiation life model and the crack

propagation models, described in Section II, are evaluated

and discussed in this section. Experimental results from

Phase I are used to evaluate the models. The strain-

initiation life approach will be evaluated in Phase II.

5.2 EVALUATION OF STRESS-INITIATION LIFE MODEL

The stress-initiation life model described in Section

2.2 is evaluated in'this section. Crack initiation test

results, summarized in Table 11 and 13, for 7075-T7651

aluminum alloy and 6-annealed Ti-6A1-4V will be used to

evaluate the model. The effects of different environments

(i.e., dry air and 3.5% NaCl) and loading frequencies on the

model parameters A and Aoth are investigated.

5.2.1 Evaluation of Model Parameters and Fit

The procedures for determining the parameters A and Aoth

in Eq. 18 are described and discussed in this section.

2 2 -1
i thN, A( o2 -A h(18)
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In Eq. i Ni - Number of cycles to crack initiation

a - Applied stress range

A,Aoth - Empirical constants

Parameter results are presented for 7075-T7651 aluminum alloy

and 5-annealed Ti-6A1-4V and the following variables:

o Environment (Dry Air, 3.5% NaCl)

o Loading Frequency (f = 1 HZ, 6HZ)

A and Auth are determined for the following cases:

o Case I: Individual data sets

o Case II: Normalized "A value" and compute the

resulting Aoth value for each data set

o Case III: Using the normalized "A value" compute Aoh

for each specimen in the data set.
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5.2.1.1 Model Calibration Procedures

Parameters A and Aoth can be defined using the classical

least squares fit approach [e.g.,381. Equation 8 can be

rearranged in the least squares fit form,

Y - mx + b (19)

where: Y = AaZ

x = I/N i

m= A

b =Aath

The sum error squared equation for determining m and b is as

follows,

2 n
E [Yi (MXi+b)] (20)

i=1

Minimizing E, with rspect to m and b yields two equations

with two unknowns.

aE21n -n

-- . 0 ;nb + m i X - r Y (21)

3E2  n n 2 n

-- 0 b E X + m Z X E XiY (22)
i-I i-i i-ii
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Eqs. 23 and 24 for b and m, respectively, can be determined

from Eqs. 21 and 22.

b &a 2 (EOX 2) (ZX)(EXY)
-th -X) (X) 2

EY - mEX 
(23)

n/

m =A nXY - (EX)(EY)
nX2 (1X)2

n~X -(24)

rY = bn
EX

Two other variations of Eq. 18 were considered for

determining the "best fit" A and Aoth values. For example,

Eq. 18 can be arranged into Eq. 25 and 26 for a least

squares fit.

2_ r 2 2

n 2A2 i i] d

E2-E CNi 2A ]2 (26)
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The reasons for using Eq.20 instead of Eqs. 25 and 26

are as follows. In Eq. 25, the sum error squared is a

function of the product Nito. Thus, the applicable variance

for Ni and Ao is not treated separately. Whereas in Eq. 20,

Ni and Au are treated separately. When Eq. 26 is minimized

with respect to A and AOth', this results in two non-linear

equations. Although the resulting equations can be solved

by iteration to determine A and Aoth, this increases the

complexity. Also, the resulting A and Aoth values will not

necessarily provide a better fit than the approach used.

For direct comparison, A and Auth should be determined

on a common baseline for different test data sets. One way

to make the A and LAth values compatible is to normalize one

of the parameters for all the data sets and determine the

other parameter for each data set separately. Parameter "A"

can be normalized using the Aaj and Ni results for all data

sets for a given material. For example, "A" can be

determined using Eq. 24. Then the AOth value for each data

set can be determined using the Aoi and Ni values for a

given data set.

Using this procedure, a best fit "A" value can be

determined for multiple data sets. Since the resulting ,iOth

values for different data sets will be compatible, the Aoth
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values can be directly compared to assess the effects of

environment and loading frequency on &Oth.

5.2.1.2 Model Parameter Results and Plots

Stress-initiation life model parameters, A and Aoth, are

summarized in Tables 15 throughl7 for various cases. Results

are based on the time-to-crack-initiation (TTCI) test

results from Table 11 and 13 and the calibration procedures

described in subsection 5.2.2.1. Only those tests with a

known TTCI at a, = 0.010" were used.

Model parameter results for Cases I and II are

summarized for each data set(s) in Table 15. TTCI data used

and the resulting model parameters for cases I - III are

summarized in Table 16 and 17 for 7075-T7651 aluminum alloy and

B-annealed Ti-6A1-4V alloy, respectively.

Aoth statistics for various data sets are also shown in

Table lb and 17. This includes the Ath average and standard

deviation. These results will be used later to estimate the

95% confidence interval for Auth.

Plots of Ao versus Ni (dry air and 3.5% NaCl) are shown

in Figs. 53 and 54 for 7075-T7651 aluminum alloy and for
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a-annealed Ti-6AI-4V alloy, respectively. In this case, 40th

values reflect 50% confidence.

5.2.1.3 95% Confidence Interval for Aa

A 95% confidence interval for a versus Ni was estimated

as follows:

1. Assume "A" is a constant for a given material and

reflect the variance in the parameter Ath, Compute the

normalized "A" value for a given material by combining the

results for different data sets (Ref. Subsection 5.2.1.1).

2. Rearrange Eq. 18 to obtain the following expression

for Auth:

AGth = /Aa A/Ni  (27)

3. Use the normalized "A" value from step 1 and Eq. 27

to compute the corresponding Auth value for each Ao, Ni test

result in the data set.
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4. Assume the computed Auth values are normally

distributed and compute the corresponding average, (1), and

standard deviation, S(x), for AOth.

5. Use the standard t-test [e.g., 38] to estimate the

95% confidence interval for &Oth. In Eq. 28, u = expected

&othvalue for given probability,

= x ± t s(x) (28)

3= average "Oth, t = student's t distribution statistic for

n-l degrees of freedom, S(x) = standard deviation for AOth

and n = number of tests in data set.

6. Once AOth values have been determined for different

probabilities (i.e., P = 0.025, 0.50 and 0.975) using Eq. 28,

Ao values can be determined using Eq. 29.

A /a = th+ A/Ni (29)
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Using the procedure above, the 95% confidence interval

was estimated for 7075-T7651 aluminum alloy and $-annealed

Ti-6Al-4V Results are plotted in Figs. 55 - 58.

5.2.1.4 Effect of Loading Frequency

For a given material and environment is there a

significant different in the mean AOth values for two

different loading frequencies (i.e., f - I HZ and 6 HZ)?

The small sample test [e.g., 29 ] will be used to determine

if the loading frequency has a significant effect on aOth

values for a = 0.05 significance level.

The standard deviation can be estimated using the

individual sample variances to generate a pooled sample, S

(Eq. 30).

s = /(n 1l)S 1 + (n2-)S2 (30)

nI n2 -2

In Eq. 30: nl,n2 - sample size for data set

I and 2, respectively

SI,S 2 - standard deviation for data

set 1 and 2, respectively.
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Fig. 55 95. Confidence Interval for dQ" Versus Ni for
7075-T7651 Aluminum Alloy in Dry Air
(f 6 HZ; a = 0.010")
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The Student's t-statistic is given by Eq. 31 [e.g., 29].

( - l - x2 )
t - (31)

fn, +-

7075-T7651 Aluminum Alloy (3.5% NaCl)

Using Eqs. 30 and 31 and the AOth statistics from Table

17determine if loading frequency has a significant effect on

the mean Auth at. a significance level of a - 0.05. The

following results are from Tablel6. Substituting the values

below:

* f, - 1 HZ, n, 6, x, - 14.387, S,(x) = 0.511

e f, - 6Hz, n, a 13, X, - 14.755, S,(x) - 1.447

into Eq. 30, S - 1.246 is obtained. Then using Eq. 31, the

value for t is -0.591.

In this case the critical t value for n,+n,-2 degrees of

freedom is 2.11 [291. Since the critical t is greater than
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1-0.5911 it is concluded that the effect of loading

frequency on the mean Auth is not significant at a

significance level of a = 0.05.

S-Annealed Ti-6AI-4V (3.5% NaCL)

The procedure described above and the following results

from Table 17 will be used to decide if loading frequency has

a significant effect on the mean Ath at the significance

level of a = 0.05. Using the following data from Table 17

and Eqs. 30 and 31,

" f - 1 Hz, n, = 6, X, = 34.971, S,(x) = 3.592

" f - 6 HZ, n, = 11, X, = 30.274, S,(x) = 3.822

the following values for S and t are obtained: S - 3.747 and

t - 2.469.

In this case, the critical t value for n, n,-2 degrees

of freedom is 2.13. Since 2.469 > 2.13, it is concluded

that the effect of loading frequency on the mean AOth is

significant at a significance level of a * 0.05.
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5.2.2 Conclusions

The following conclusions are based on the results

presented in Section 5.2.1.

1. In general, the stress-initiation life model fits

the observed test results reasonably well for both 7075-

T7651 aluminumalloy and -annealed Ti-6AI-4V (Ref. Figs.

53-58).

2. The stress-initiation life model parameters A and

LAoth appear to be sensitive to the effect of environment

(dry air versus 3.5% NaCI). For example, compare LOth

values in Figs. 53 and 54.

3. A broader 95% confidence band was observed for the

dry air environment than for the 3.5% NaCl environment for

7075-T7651 aluminum alloy. For example,compare Figs. 55 and 56.

In this case, the wider confidence band for the cry air

environment is due, in part, to the smaller sample size.

Additional crack initiation tests should be performed in a

dry air environment to assess the effects of scatter on the

Auo versus N i response.
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4. The 95% confidence band (a versus N i ) for the B-

annealed Ti- 6A1 - 4V in dry air (Fig. 57 ) was slightly

broader than the corresponding band for 3.5% NaCl (Fig. 58 ).

5. The effects of loading frequency on the mean Auth

were not significant at the significance level of a = 0.05

for the 7075-T7651 aluntirn allov. However, such effects were

found to be significant for s-annealed Ti - 6A1 - 4V for a

= 0.05. Additional crack initiation tests are needed to

better understand the effects of loading frequency on crack

initiation for 6-annealed Ti-6A1-4V.

6. The stress-initiation life model is promising for

analytically predicting the time to crack initiation for

both dry air and 3.5% NaCl environments. Given the data

base, the model parameters A and &at, can be easily

determined. The stress initiation life model is semi-

empirical, but so are some of the other models currently

available (e.g., strain-initiation life approach). Further

work is required to demonstrate the model for spectrum

loading and different environments and to assess the effects

of scatter. To make the stress-initiation life model work

for spectrum loading, a suitable cycle counting scheme is

required.
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7. In Phase I, the stress-initiation life model was

evaluated using test results for simple dog-bone specimens

with an open hole in the center of the specimen. The

stress-initiation life model also needs to be evaluated

using suitable crack initiation data obtained under a bolt

load transfer condition.

8. Since the stress-initiation life model must account

for R ratio effects, a larger data base is needed to

implement this approach than for the strain-initiation life

approach [5,6]. Further work is required to evaluate the

effects of the R ratio on the Aa versus Ni relationship.

The strain-initiation life approach will be evaluated in

Phase II.

5.3 EVALUATION OF CRACK PROPAGATION MODELS

The crack propagation models described in Section 2.3

are evaluated in this section for two materials: 7075-T7651

aluminum alloy and 0-annealed Ti-6AI-4V alloy. Test results

for the model evaluations are presented and also discussed

in section 4.4.

Two models were considered for the corrosion fatigue of

aluminum and titanium alloys in aqueous environments - the
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transport controlled model (at saturation) and the diffusion

controlled model. These models are evaluated considering

the dependence of (da/dN)cf on frequency and holding time.

The transport controlled model predicts an independence of

frequency and holding time, and the diffusion controlled

model yields an inverse square-root dependence on frequency

or on holding time. Both models were derived based on

considerations of rate controlling processes, and do not

allow for other restrictions. The diffusion controlled

model was derived with the implicit assumption that the

supply of hydrogen would be ample.

Although the effect of AK is included explicityly only

for the diffusion, controlled model, the dependence of

(da/dN)cf on (AK)a is implied for the transport-controlled

model. If the amount of hydrogen produced per cycle is

proportional to the available fresh surface area, it will

likely be concentrated in a zone near the crack tip. This

suggests that the "saturation" growth rate, (da/dN)fs , for

the transport and surface reaction controlled case is a

function of (AK)2 and is independent of the load ratio (R).

Data for the 7075-T7651 aluminum alloy tested in 3.5%

NaCl clearly show that the fatigue crack growth rates (based

on constant amplitude loading) are independent of frequency
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and holding time at maximum load (Ref., Figs. 35-39). These

results are consistent with the concept of limited reactions

of this alloy with the environment, and corresponds to

"saturation" in enhancement. Since the crack growth rate,

da/dN, is independent of frequency and holding time for the

7075-T7651 aluminum alloy, the two mechanistic crack

propagation models considered in this report are not

essential for design. Further evaluations are required to

determine if the cycle dependent component of corrosion

fatigue, (da/dN)Cf, is indeed proportional to (AK)z and

independent of the load ratio (R) for the 7075-T7651

aluminum alloy.

The crack growth response of -annealed Ti-6A1-4V alloy

in 3.5% NaCl solution is complex and very different from

that *of the aluminum alloys. At the higher frequencies,

fatigue crack growth rates increased with decreasing

frequency (Fig. 48). With further decreases in frequency,

the rates reached a maximum and then decreased with

frequency. Holding time showed a similar effect on the rate

of crack growth (Figs. 52 and 531, and saw-tooth waveform

appeared to result in slower crack growth than sinusoidal

loading at the same frequency. The data suggest that crack

growth conforms to the model for diffusion controlled crack

growth at the higher frequencies. The decrease in rate with
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further reductions in frequency and the apparent waveform

effect, however, are not understood at this time. These

effects may be related to the formation and rupture of

titanium hydrides, and should be carefully examined in Phase

II of this program.

Based on the results and conclusions from the Phase I

effort, it is clear that further research is needed to

develop a mechanistic understanding of the corrosion fatigue

behavior of the 0-annealed Ti-6A1-4V alloy. Unlike the

titanium alloy, the crack propagation behavior of the 7075-

T7651 aluminum alloy is fairly well understood. For this

reason, the corrosion fatigue methodology will be developed

and verified in Phase II for only the 7075-T7651 aluminum

alloy. Further mechanistic studies will be performed in

Phase II to develop a better understanding of the crack

growth behavior of the O-annealed Ti-6A1-4V alloy in a

corrosive environment.
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SECTION VI

CONCLUSIONS AND RECOMMENDATIONS

6.1 CONCLUSIONS

The following conclusions are based on the results of

the Phase I effort:

1. The fatigue crack growth rate for 7075-T7651

aluminum alloy appears to be independent of the test

frequency and holding time in the aqueous environments. No

significant differences in the crack growth rates were found

for distilled water, 3.5% NaCl solution, 3.5% NaCi + HSO,

and synthetic seawater environments. This independence is

attributed to the fact that the reaction between the aqueous

environments and 7075-T7651 appear to be limited, and

suggests that the corrosion fatigue crack growth behavior

should be considered a limiting case of the transport-

controlled or surface-reaction controlled crack growth

model.

2. Since the crack growth rate is independent of the

test frequency for the 7075-T7651 aluminum alloy, a special

corrosion fatigue model for crack propagation, such as the

superposition model [18,19], is not needed for this alloy.
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3. The fatigue crack growth response for the P-annealed

Ti-6A1-4V alloy, exposed to 3.5% NaCl solution, is a complex

function of frequency, load-ratio, stress-intensity range,

holing-time, etc. Therefore, a better understanding of the

corrosive fatigue mechanisms is needed for this titanium

alloy before a reliable predictive methodology can be

developed.

4. The stress-initiation life model looks promising for

predicting the number of cycles to crack initiation for both

the 7075-T7651 aluminum alloy and the 0-annealed Ti-6A1-4V

alloy. The model parameters "A" and "Aoth" appear to be

sensitive to the effect of environment (dry air and 3.5%

NaCI) on crack initiation. Further research is needed to

demonstrate the model for spectrum loading and different

environments, and to assess the effects of scatter.

5. Further work is required to evaluate the effects of

R ratio on the cycle-dependent component of corrosion

fatigue (da/dN)cf for the 7075-T7651 aluminum alloy. It is

believed that (da/dN)cf is proportional to (AK)z but this

remains to be proven.

6. Based on constant amplitude test results for dog-

bone specimens with a center hole, it was found that the
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number of cycles to crack initiation (a, = 0.010") was a

significant part of the total fatigue life for both 7075-

T7651 aluminum alloy and -annealed Ti-6A1-4V alloy. There

was no significant difference in the average ratio of Ni/Nf

(no. of cycles to crack initiation/no, of cycles to failure)

in either dry air or a 3.5% NaCl environment for either

7075-T7651 aluminum alloy or -annealed Ti-6A1-4V alloy. No

significant difference in the mean Ni/Nf values for f = 1 Hz

and 6 Hz were found at a = 0.05 significance level for

either the aluminum alloy or titanium alloy.

6.2 RECOMMENDATIONS

1. The corrosion fatigue predictive methdodology

proposed in Phase I for mechanically-fastened joints should

be further developed, evaluated and verified in Phase II for

the 7075-T7651 aluminum alloy.

2. Since the fatigue crack growth behavior of the 1-

annealed Ti-6A1-4V alloy is very complex, further

understanding of the causes for this behavior is needed

before predictive methods for corrosion fatigue can be

developed for mechanically-fastened joints for this alloy.

Further work in Phase II with this alloy should be limited

to developing a better understanding of the effect of
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frequency on fatigue crack growth. Particular emphasis

should be placed on the characterization of fatigue crack

growth and on examining the influence of microstructure.

3. The corrosion fatigue behavior of mechanically-

fastened joints is complex. Therefore, the Phase II tests

should minimize the number of test variables so that the

effects of selected Variables on corrosion fatigue crack

initiation and crack propagation can be more readily

determined. The effects of specimen preconditioning (i.e.,

pretest and presoak in 3.5% NaCJ)on fatigue crack initiation

and crack propagation should be investigated for the 7075-

T7651 aluminum alloy to determine if "preconditioning" has a

significant effect on the predictive methodology for

corrosion fatigue.

4. The corrosion fatigue predictive methodology for

mechanically-fastened joints should be further developed in

Phase 11 to account for spectrum loading and the effects of

scatter in the baseline data.

S. The strain-controlled initiation model [5,6] for

predicting the TTCI should be evaluated in Phase 11.
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SECTION VII

PHASE II TEST PLAN

7.1 INTRODUCTION

A Phase II test plan was developed under Task 3 of the

Phase I effort. The plan is described and discussed in this

section.

7.2 TEST OBJECTIVES AND PHILOSOPHY

Basic objectives of the Phase II tests are to: (1)

develop and verify corrosion fatigue testing methodology and

data acquisition methods, (2) develop statistically-valid

test data for making analytical corrosion fatigue

predictions for crack initiation and total life, and (3)

acquire experimental test results for verifying the

analytical corrosion fatigue methodology for mechanically-

fastened joints.

The corrosion fatigue behavior of mechanically-fastened

joints is complex. Therefore, the following philosophy was

reflected in the Phase II test plan:
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*minimize the number of test variables to

isolate the effects of corrosion fatigue.

*Use test replications to acquire statistically-

valid data.

0 Test specimens will include the fundamental

elements of a mechanically-fastened joint.

9 Develop a better understanding of the

corrosion fatigue behavior of straight-bore

holes - with and without: fasteners and

load transfer through the fasteners.

0 Due to the complexity of corrosion fatigue,

state-of-the-art analytical corrosion fatigue

methodology should be developed and verified

in progressive steps with increasing structural

complexities.

0 Build on the test data and understandings

from the Phase I effort.

0 Develop and verify the corrosion fatigue

analytical methodology for 7075-T7651 aluminum

alloy.
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a Develop a better understanding of the

corrosion fatigue mechanisms for s-annealed

Ti-6AI-4V alloy.

7.3 TEST VARIABLES

The corrosion fatigue variables reflected in the Phase

II test plan are summarized in Table 18.

7.4 TEST PLAN

Test specimens required for the Phase II test plan are

summarized in Table 19 . The test matrix for Tasks 5 and 6

is presented in Tables 20 and 21, respectively. Further

details for the titanium tests are given in Table 22.

Test specimen details are shown in Figs. 6, 59-61. The

test setup for the bolt load transfer tests is shown in Fig.

62.

7.5 SPECIMEN PRECONDITIONING

Specimens for selected tests will be preconditioned as

follows:

1. Specimens will be fatigue tested in lab air using a

selected stress level and load spectrum. The test will be

stopped after applying the maximum load in the spectrum.
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Table 18 Test Variables

Material 0 7075-T7651 Alumimus Alloy

0OB-Annealed Ti-6A&L-4V Alloy

Environment a Ory Air

0 Constant Immersion (5 aI

o Modified Constant Imumers ion (-1 &L

Type Loading o Strain-Controlled

o Constant Amplitude

o Spectrum

Load Spectra 0 F-16 400 hour block

o Specturm B (to be determined)

Test Duration 0 1 week

o 4 weeks

Test SpecImsens 0 Un-notched axial (strain-control)

0 Compact tension

BoltLoadTranfero Dog-bone with center 
hole

-I~~~~ ~ 0otadTasfr.O LT

o 2r. LT

0 X LT

Bolt Type o Steel Protruding Head (cad-plated)

(*.g- HAS 6204)

Stress Level 1-2 levels

Hole Finish Polished

*Preconditioniing o None

o Pretest and presoaking 3. NaCI

tO be determined
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Table 19 Summary of Test Specimens for Phase II

Specimen No. of Specimens
Config. Type Material Task 4 Task 5 Task 6

7075-T7651 5 45 0 50
S-c Ti-6AI-4V 5 25 0 30

7075-T7651 0 4 0 4

___ CT Ti-6AI-4V 0 12 0 12
7075-T7651

NLT 7 5 100 0 105

L 5 0 40 45

- 20 186 40 246

Notes

Task 4 - Experimental Methodology Development and Evaluation

Task 5 - Acquistion of Data for Prediction of Environmentally-

Assisted Crack Growth in Aircraft Joints

Task 6 - Prediction Methodology Evaluation and Verification

S-C - Strain-controlled
CT - Compact Tension

NLT -No Load Transfer (through the fastener)
LT -Load transfer (through the fastener)
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Table 20 Phase I Tests for Task 5

rt Satilm __ta

re |" I&"&" myS Cr~ a ck ros. esimm Menial Zia W ets m t g r". ,l 010 G embk "'I y reew- Sia.

Sa. to 1(t
Spethme Naaua Wsl a. I* PI ~iU5 V~. LI )C leihIC I p a

-05 up CA to 11b

0 I - - - - 2 11(a)l :71- S CaS - , - U 3 30 (b)W~ e(a) " 3 -I U S 1(c)

Slow- - a J - 10 (d)

Slow--iC - U - - a a 10 I(e)-"= " u - - * $ 1(f)

705 U -I 5 - u * 2 I!€)

•I- - U - - 2 11(b)

11(c

Fast 4 - a a a S(2)* 11(a)

Fast - - a a a a ' * (e)

Slow M - a • a 10( I (d)

Yo FNat a -- M 3 3 (a)
Slaw Ing - - 6 3 3 3 )
Fast -Fa- * 3 t ()
Slow - ,- 3 3 5 a (h)

Ie I Vso a a Ua W i

Fast - U U 3 ) ()
IIoI -o - - - - - - - J

Fast x -4 3 3 l (k)

I Slew 3 - - U U 3 I (a)
IOI Fast " - - a a a a I (o)

SoSlae - a a (u)

P - Polis- hed•
F st "n(W)
slow - oli ato t rt•r i (3t)

Sl~~v I I • 3 Iv

mots@ -• s • d Iv

p 1- Polished
UP U npellabd
PC -Speien prceondtioned (pro-tested and then cooked in 3.5%. NlmC

i solution at room tempertature for 72 hrs.)

8-C- Strovi-Controlled
CA - Constant Aplimtud

NtA F-16 400 br blak spoti
SPS S pectum to be dotermind

CI €onstant tnersion in 3.5n iI Solution
C Cmotant t irsion o 3.5 wa solution vith periodic lob air

em nreo during TIC masuremaets
TIC * ?Sia.lo-Crock-nitistion

TIP Time-To-rallugr
To be detosmined

PAST I servioe life In 2 dao
W - I serie life to 16 days

( )* No. of Issme out of Meal dedicated to Task 4
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Table 21 Phase II Verification Tests for Task 6

Specim e talls - bvl rinemt D__0eta
Surf. or Type Leading Dry Crack Mo. Test

SpecLsen Nsterial Mole L? B olt PC? Loadi Freq. Air C!* ! Growth TCI Spec. No.

tt~ f 7075- p 2 Cad- No CA 6 as - - . A. W'
T7651 Plated 0. 1 N - K - • . V ' vfb)

Steel SPA fest z a X 4 . IV(d
Fat - a X s 4 lVd)

S lo w - 3 - U t y r o
Slo w-w - : 4 Vf)SII Fa t - - * a a & VIsS o w - z • I • a 4 ,

Slow - - •- a IV

Notes
F - Polished

PC - Specion preconditioned (pre-tested and then soaked in 3.5% Wiae
solution at room temperature for 72 bra.)

CA - Consmant Amplitude
SPA - 7-16 400 hour block spectym
SPS - Spectrun to be determined
Cz - Constant zmersion in ;.n HlaC solution

CI* Constant !mmrsion in 3.ni NaC solution with periodic lab air
exposure during TC! masuremnts

TIC!- Time-To-Crack-Initiation
TYFI Tim-To-Falure
** To be determined

FAST I service life in 2 days
SUPW 1 service life In 16 days

1

I
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Table 22 Titaniumn Crack Growth Tests for Phase 11

K Level

Environment Low Med High

Reference 0 0 0 0 0 0

(oxygen)

Vacuum X x X

3.5 pCtNaCl o x 0x 0ox

NOTE: 0 N~ew tests for Phase 11 (3 extra specimens to be available
for testing as required)

x Constant-load or constant-K test from Phase I.

172
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2. 00"
(Gr P)

0. 75

8 0.625" (Lacquer coating)

70-1.50" 0.250" 1 0.005"

0.625" (Lacquer coating)

R =2.00"

2.00"
(Grip)

0.90

Fig. 59 Strain-Controlled Specimen
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iii

2 males with Diaemter D +.404 Id

0 c

.o....d

VI t.. SOS; t0 t

(2*g) 2
A 0

14.72 3 - S. s4)

where a , a/W

N i

In.0.47 .Sq 41.0 ].1.S 6.90 0,O OIS O) .2-S 94.

Fig. 60 Compact Tension Specimen for $-Annealed
( Ti-6Ai-4V Alloy
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[4.00 4...-r

1.0'00

3.32

Tyr 6.50"

1. 32 0.300

32)
6. 50"

7075-T7651

3.5

Fig, 61 Dog-Bone Specimen
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Bolt imedit

Specimmen LoadliW

Test Secto

Fig. 62 Setup for Bolt Load Transfer Tests
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2. Pre-tested specimens will be soaked in a 3.5% NaCi

solution at room temperature for 72 hours.

3. Specimens will then be cleaned and dried using the

procedures described in AGARD report 695 [22].

4. If the preconditioned specimen cannot be fatigue

tested immediately, it will be stored at room temperature in

a plastic bag with dessicant until it can be tested.

(
4
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THIS PACE INTENTIONALLY LEFT LK
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APPENDIX A

RESULTS FOR 7075-T7651 ALUMINUM ALLOY
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COMPACT TENSION AT H/W=0.486 GENERAL DYNAMICS
AiP-01 FORT WORTH DIVISION

7075-T765 L-T ORIENTATION JULY 169 1982
RT. DRY

6 CPl
F= 0.05 B= 0.4505 LW 2.561

I-,. I CITAt A' G. DELTA LSQ ..TD.
CF C ,LE', C F'A CF C FAC I FIT COPF:. ERR. OF ,'C.
PT'_ . LENGTH L ENGTH DA "DNl COEFF. E'ST. E_

4 000CQ 0. :3506 .0 .,5 4. .8 1E-07 0.990 .,000 4.44
- 75000 C . E942 l. 0*2,E: 1 38E-07 0.9. 99 .11 4.42

4 15.295 0.9625 . 0E5 1.:39E-06 0. 754 0.-; 5.?

9 6745 1 .104:2 0. 1916 2.' .:1E-06 0.997 0.027 , 0:
-7 12417 1. 4269 0. 1142 .'64E-06 0.973 0.:19 11 4

COIF;CT TENSION AT H"W=0, 4:-"6 GENERAL D'NAMICS
-F-CS FORT WORTH DIVISION
717-T 651 L-T ORIENTATION AUG 4,1982
RT :,lILT LAT.

1 :3'0 C: Fr,
R= 0.3 E:= 0.451 W= 2.5518

NO. TOTAL AVG. DELTA LSO rT.
OF CYCLES CRACK CRAC:K FIT CORR. ERP.OF AVG.
PTS. LENGTH LENGTH DA/DN COEFF. EST. TDEL-F.*

(IN) (IN) ':.IN,'CYC) :SI-:.SQR I
4 43478 0.8439 0.0721 1.71E-06 0.996 0.000 4.72
3 24000 0.9275 0.0723 :0.12E-06 8.984 0.034 5.44
5 6400 0.9925 0.0457 7.59E-06 0.987 0.126 6.14
3 3000 1.0244 0.0286 1.00E-05 0.970 0.2R28 6.75
3 2319 1.0724 0.0566 2.50E-05 0.993 1.156 8.36
5 3523 1.2069 0.1143 3.26E-05 0.996 1.675 9.45
4 1400 1.3055 0.0830 5.89E-05 1.000 7.317 11.50
3 808 1.3996 0.0577 7.14E-05 1.000 7.849 12.74
3 683 1.4545 0.0537 7.86E-05 1.000 8.989 13.62
3 750 1.5605 0.0964 1.27E-04 0.997 24.107 17.33

180
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.OPIPACT TENSION AT H/W=8.486 GENERAL DYNAMICS

AP-03 FORT WORTH DIVISION
7075-T7651 L-T ORIENTATION JUL 2191982
PTWET
SALT WATER

F= 0.3 E= 0.451 W= 2.54'7

TOTAL A G. DELTA LSO T'. .
1,: rC L E, CRACK C:RACK FIT COF'. EF. CIF i .
F -. LENGTH LENGTH DR.-"DN COEFF . ET . IEL I

,IN, IN :IN .'C :' :' F I
: 4070 .7'51 0. 0024 6.06E-08 01.2019 I. 704 2.

4 54966 s1t.5 0.0326 1.48E-06 0.990 0.00 4. ,-
2 -525 I. 088:2 0.1408 5.1SE-06 1.:9: .E74 .

CZt-IF'HCT TENSION AT H.'W=.436 GENERAL DYNAMIC'S
FP-- 4 FORT WORTH DIVIION
?075-Tt75I L-T ORIrNTATION AUG 31' 19: 32
F T - D R ','

R= 0.3 E:= 0.451 W= 2.5487

NO. TOTAL AVG. DELTA LSQ STD.
OF CYCLES CRACK CRACK FIT CORR. EPPR.OF AVG.
'TS. LENGTH LENGTH DRDN COEFF. EST. DEL-K

(IN) (IN) (IN/CYC) K S I-SR I
5 68474 0.8499 8.8728 1.85E-06 0.997 0.000 4.63
6 78531 0.9565 8.1140 1.41E-06 0.985 0.016 5.46
4 38858 1.0687 0.8823 2.88E-86 8.998 0.087 6.00
4 22964 1.1588 8.1876 4.67E-06 0.998 0.202 7.41
3 1280 1.3481 8.1227 1.82E-05 8.999 0.799 9.39
- 4250 1.4326 8.8565 1.33E-85 1.000 0.752 10.34

2920 1.5230 8.8917 3.OOE-85 8.993 2.764 13.29
3 1843 1.6357 8.8574 5.58E-85 1.800 2.720 15.85
3 345 1.8478 8.8637 1.84E-84 8.998 5.186 23.97
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LOMPACT TENSION AT H/'W=0.486 GENERAL DYNAMICS
RP-05 FORT WORTH DIVISION
70F5-T7651 L-T ORIENTATION AUG 129 1982
RT. SALT
SALT WATER
60 CPM
P= 0.3 6= 0.451 W= 2.545

N, TOTAL A. DELTA LSQ STD.
F E.' LEE. PACI C FP A 1-,":K FIT C. OF. ERP. OF A' G.

LENGTH LENGTH DR DN COEFF. E'.T. DEL -F, IN ),.I N ) . I N ." C: . ), ::,,.. - I-- F I4 4200O 0 . '"" .I. . ......'A I- 'F
4 ,.:,,:, ." 0 0458 1.OE-06 0. 9.3: 0. 009 4.49

3 I 0c 0. 9211 0.0-" ' 1.9:3E-06 0. 951 0. 72 5.53 12000 . 14 36 0. 1 9:99 1.54E-05 0. 998 0.83, 7.42
4 2244 1.27:36 0.0:-79 4.06E-05 0. 993 4. 625 9.6

10G5 1. 3779 0.06.43 6. 03E-0 5 1.000 6.685 1 0.,, I
- .627 1.4463 0. 06 17 9.83E-05 1 000 17.25:3 12.64

416 1.55 75 0.0540 1.30E-04 1.000 26E.4174 14.77

COMF'K,_ T TEN-IO N Al H. -W=0"-.466"  GENERAL D"NAMICS
FORT WORTH DIVISION

7_-T7 t651 L-T ORIENTHTATION JUL 23- 1982

F= 0." S= 0.451 W= 2.549

NO. TOTAL AVG. DELTA LSQ STD.
OF CYCLES CRACK CRACK FIT CORR. ERR.OF AVG.
PTS. LENGTH LENGTH DR/DN COEFF. EST. DEL-K

(IN) (IN) (IN/CYC) (KSI-SQRI)
3 29201 0.9122 0.0419 1.43E-06 0.993 0.001 5.09
3 4855 .. 1.8839 8.8588 3.28E-06 0.999 0.866 6.69
3 4500 1.1002 8.0225 4.90E-06 0.995 0.222 7.69
4 12267 1.1908 0.6975 7.79E-06 0.994 0.191 .-:.'35
4 5554 1.2698 8.0584 1.05E-05 1.000 0.349 9.55
3 3966 1.3594 0.0544 1.38E-05 0.999 0.679 10.49
3 2807 1.4995 6.0563 2.0E-05 6.999 8.557 12.50
3 1102 1.6076 8.0681 5.44E-05 8.999 3.224 16.31
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COMPACT TENSION AT H/W=0.486 GENERAL DYNAMICS
AP-OS FORT WORTH DIVISION
7075-T7651 L-T ORIENTATION AUG 9! 1982

T, SALT

F= 0.05 6= 0.4505 W= 2.549

N,. TOTAL AVG. DELTA LS$;0T 'D.
.L ES : R A c i.K CRARC:K FIT C FF. EFF. 0'F AG.

F T. LENG, TH LENGTH DR. DN COEFF E;-T DEL -F
IN.:, ,IN ':I .." C": I-- F I

44_-4 S. 52 0.0491 1.11E-0 100 .. 5 4.'-
.5209 0.9 120 0.0455 1.80E-06 0. .. ., 4

1-1; 1 • 0.0562 3.1OE-05 1.000 1. 4r- 1 ",
147; .47:3 0.0591 4.O1O3E-05 C.999 u .5 11..7

" 31 1.5520 0.0565 6.80E-05 1. 000 0.912 14 50
- 411 1 740 0.0543 1.32E-04 1.000 1. 12 4

:-59 1 -039 0.0535 1.49E-04 1.000 1.250 2.90

COrFACT TENSION AT H-'Wb-O.486 GENERAL DYNAMICS
"P-Ci9 FORT WORTH DIVISION
7075-T7651 L-T ORIENTATION AUG 24, 1982
FT SRL T

18 CPM
R 0.3' = 0.4505 W= 2.5495

NO. TOTAL AVG. DELTA LSO STD.
OF CYCLES CRACK CRACK FIT CORR. ERR. OF AVG.
PTS. LENGTH LENGTH DRDN COEFF. EST. DEL-K

(IN) (IN) (IN/CYC) .(KSI-SQRI
5 0 0.8425 0.0662 6.64E-07 0.512 0.001 4.39
3 30000 0.8174 8.0186 6.39E-07 0.989 0.008 4.17
4 50423 0.9319 0.1391 2.72E-06 0.975 0.025 5.45
.2 12080 1.0132 0.8269 2.24E-06 1.000 0.000 6.28
3 15000 1.1242 8.1655 1.05E-05 0.967 0.433 7.34
2 6000 1.3162 8.2324 3.87E-85 1.000 8.880 9.37
2 2888 1.5114 0.1580 7.90E-05 1.000 0.88 12.44
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COIPACT TENSION AT H."W=0.486 GENERAL DYNAMICS
AP-1:3 FORT WORTH DIVI:IOh
7075-T7851 L-T ORIENTATION APR.1,198"
P.T., DRY

60 F m
R= 0.05 E= 0.4495 W= 2.541'?

riC DiELTA LSC
I I E CFE: . F C:. FIT '' F. EFF'. ,;F 'L

Fr':, LEI1G H LEM-lTH ,Fi DN I rEFF, E:. F. ]EL-I

4 .14& 02 ,_ . --: I - .. 7'0 F. . E-0T . .-: , :. .CC .. ,-
4 7465 0. 572 - .0 20 .4:E-0t 0., 2 1.C4

4 1750 .0 4!5 0. 0-70 2. 35E-05 u. '7 :.4 1
150. . . -"

4 1ch 0 1 .' 3..5 0.1 60 1 .E67E-04 0. 9,74c,-, t'.-

T , E f-7 iE T '-; :, 1 ENTS

,7 i.'?"6rE-09 L!I N-C: 'i]:I : :. 2:-:-::- 30

C!-' i"A TENSION AT H 0=0. 486 GENEF:RAL TYA r1 _i
S- FF:T WOPFTH 'I':,CiN

7 C -- 4 L-T- O:P1ENTATION MAP 24 1
PT, l'F

~iCEL

F:= 0.05 B= 0.4525 = 2.5466

NO. TOTAL AVG. DELTA LSQ ST'D.
OF * ,'6C:LES CRACK CRACK FIT CORP. EPP.OF AVG.
PTS:. LENGTH LENGTH DR."DN COEFF. EST. DEL-F(IN) (IN) (IN/CYC) ,K I-SOF I.

1S 34000 0.8690 0.0272 7.44E-07 0.964 0.004 5.54
11 1500 0.9143 0.0494 3.02E-06 0.989 0.009 7.44
q 8000 0.9583 0.0477 5.75E-06 0.992 0.020 9.31
S 4550 1.0017 0.0453 1.02E-05 0.996 0.046 11.1:
13 3600 1.0259 t3.0223 1.55E 05 0.852 0.132 1. :.
14 2600 1.1948 0.1145 4.55E-05 0.999 1.007 1 i.6
9 00 1.3006 0.1258 9.71E-05 0.917 2.019 20.6'

19. 440 1.4549 0.2271 1.63E-04 1.000 16.367 25.14
Is 180 1.6089 0.1232 7.10E-04 0.971) 3:.750 27.I
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COMPACT TENSTN AT H.'W=O.486 Cr i YN
AP15 FORT WORTH DIVISION
7075-T7651 L-T ORIENTATION AUG 24P1982
RTDRY

6 CPM
R= 0.3 B= 0.449 W= 2.5502

NO. TOTAL AVG. DELTA LSO STD.
OF CYCLES CRACK CRACK FIT CORP. EPR.OF AVG.
PTS. LENGTH LENGTH DR/DN COEFF. EST. DEL-f::I

(IN) (IN) (IN/CYC) (I-,:SI-S pI'
5 4146:3 0.8542 0.0635 1.52E-06 0.995 0.000 4.75
4 :9422 0.9558 0.0997 2.51E-06 0.991 0.012 5.74
5 1859 1. 0555 0.0994 3.11 E-06 1.000 .0.008 6. " 25

4 :7" 2 i1 2 -0 v......1 - _ 0 9 ; @wg ! 9 -41"""r

2'5 1.2837 0.0600 7.28E-06 1.000 0.219 8.49
3 5.70 1.3232 0.0670 1.12E-05 0.991 0.710 9.91
3 4500 1.4171 0.1093 2.38E-05 0.995 1.060 12.20

1500 1.5002 0.0559 3.72E-05 1.000 0.000 14.21
428 1.5891 0.0326 7.61E-05 1.000 0.000 16.19

2 .91 1.6494 0.0291 1.00E-04 1.000 0.000 17.92
328 1.7342 0.0716 2.17E-04 0.991 2.489 20.99

93 1.7880 0.0331 3.55E-04 1.000 0.000 23.34

COMPACT TENSION AT H/W=0.486 GENERAL DYNAMICS
AP-16 FORT WORTH DIVISION
7075-T7651 L-T ORIENTATION AUG 25,1982
RTqSALT

360 CPM
R= 0.3 8= 0.4491 W= 2.546

0
NO. TOTAL AVG. DELTA LSO STD.
OF CYCLES CRACK CRACK FIT CORR. ERR.OF AVG.( PTS. LENGTH LENGTH DR/DN COEFF. EST. DEL-K

(IN) (IN) (IN/CYC) (KSI-SQRI)
4 38121 8.8822 9.8714 1.87E-06 8.998 0.008 4.65
2 8000 0.9458 8.8388 4.86E-86 1.000 0.008 5.64
2 2580 0.9748 8.8217 8.69E-86 1.000 8.08 6.37
5 6072 1.8568 6.1164 1.91E-05 1.e8 0.329 7.26
4 3449 1.1591 8.8942 2.72E-85 8.998 1.257 8.40
3 1514 1.2833 6.8544 3.59E-85 1.880 1.358 9.46
4 1248 1.4675 8.884? 6.88E-S5 8.999 6.739 12.64
3 614 1.5898 0.0573 9.32E-05 1.886 7.83 15.12
3 432 1.784 8.8528 1.28E-84 1.888 9.720 18.38
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COMPACT TENSION AT H/lWs.
4 8 6  GENERAL DYfANICS

AP-19 
FORT WORTH DIVISION

7075-T7651 L-T ORIENTATION AUG 27,1982

RTSALT

360 CPM
R= 0.2 B= 0.45 W- 2.549

NO. TOTAL AVG. DELTA LSQ STD.

OF CYCLES CRACK CRACK FIT CORR. ERR.OF AVG.

PTS. LENGTH LENGTH DA/DH COEFF. EST. DEL-K

(IN) (IN) (IN/CYC) (KSI-SQRI)

2 12000 0.8625 0.0369 3.08E-06 1.000 0.000 5.20

2 4000 0.8877 0.0179 4.48E-06 1.000 0.000 5.52

3 10075 0.9817 0.0627 6.22E-06 0.995 0.002 5.98

6 8406 1.0491 0.1398 1.67E-05 0.997 0.056 7.03

6 3823 1.1509 0.1258 3.28E-05 0.998 0.252 8.73

2 620 1.3107 8.0289 4.51E-05 1.000 0.000 10.18

3 1200 1.3621 0.0859 7.12E-05 1.000 2.080 12.34

3 636 1.4801 0.0558 8.77E-05 1.000 2.495 14.26

4 663 1.5475 0.0798 1.20E-04 0.998 2.940 17.07

COMFFlC7 TES" iN FI T H n=0. 4:6 GENEFRAL I:,NHr,'lC'i.
A-FORT WOPTH I .'lOl

7O75-T-651 L-T OFIENTATION iAR 12,9&

KT, WET

F= 0.05 8= 0 .4445 W= 2.5575

T iO. TOTAL AVG. DELTA LSO STD.

OF CYCLES CRACK CRACK FIT CORR. EP.OF AVG.

FT:. LENGTH LENGTH DR'DH COEFF. EE.T. DEL-K

(IN) (IN) (IN°/CYC) ([KI -SF:I

10 45000 0.8923 0.1110 2.40E-06 0.941 0.000 6.13

4 15000 1.0581 0.1472 9.94E-06 0.984 0.062

3 6000 1.2173 0.1416 2.36E-05 0.998 0.382 .59

5 2000 1.3182 0.0796 3.98E-05 0.999 0.61c; 10.39

186
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COMPACT TENSION AT H/W38.486 GENERAL DYNAMICS
RP21 FORT WORTH DIVISION
7075-T7651 L-T ORIENTATION AUG 2591982
RT SALT
3.5% SOLUTION
368 CPM
R= 8.4 B= 8.451 H. 2.5585

NO. TOTAL AVG. DELTA LSQ STD.
OF CYCLES CRACK CRACK FIT CORR. ERR.OF AVG.
PTS. LENGTH LENGTH DR/DN COEFF. EST. DEL-K

(IN) (IN) (IN/CYC) (KSI-SQRI)
2 10888 8.8501 8.0233 2.15E-86 1.808 0.008 4.25

22810 0.9128 0.8491 2.18E-86 ,8.997 0.808 4.67
3 9914 8.9665 0.8624 6.39E-86 8.998 0.078 5.39
5 8343 1.8546 6.1133 1.36E-85 8.998 8.109 6.36
6 5433 1.1627 8.1384 2.35E-85 0.999 0.387 7.57
5 3643 1.3887 8.118 3.81E-85 8.999 8.416 8.71
4 1356 1.3962 8.8667 4.83E-85 8.997 2.823 10.34
3 998 1.4862 8.8523 5.25E-85 8.999 4.179 11.56
3 883 1.5689 8.8561 6.98E-85 1.088 5.656 13.83
3 662 1.6512 .8578 8.72E-85 1.888 7.233 14.94

COflF . TEllS l~ T H. 14= . 4.-:6 GENEFAL 1: lFi',I-
,1.--c-C FO 'T OJFI 1 ',1l '-J£, 1

;:'5-1 7C 1 L -1r ORIENTAT I ON AF 22, 1.-'
F'TWET

c1. Er 0.45 1= 2.543

kC'. TOTAL AVG. DELTA LSO ".TD.
O-fF CYCLES CRACK CRACK FIT CORR. EP. OF A.'-
FT.'.. LENGTH LENGTH DR/DN COEFF. ESl. DEL-k

(.IN) (IN) (IN/CYC) ( KS I - : I
* 10 9000 8.8386 8.8217 3.12E-06 0.946 0.6S8 5.9

7 3888 8.9817 0.8397 1.55E-85 0.826 1. 57 0.0'

( 9 2880 1.0849 0.1046 3.79E-05 0.993 0.41E 12.16
14 1625 1.2180 0.1743 1 .12E-04 0 . . .203 2.36
. 875 1.3706 0.1222 1.E 04 0.989 -. 0 40 22.61

640 1. 52..:9Q8 8.1631 2.45E-84 0.9 ' 5 A. 1000 ?217
10 1120 1.7146 0.2891 1.91E-04 I. Oub 0. 0 13 2&. fD
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COMPACT TENSION AT H/W=.486 GENERAL DYNAMICS
AP-23 FORT WORTH DIVISION
7075-T7651 L-T ORIENTATION SEP 911982
RTWET
3.5%HACL,3.5*.PH-H2SO4
360 CPM
R= 0.05 B= 0.45 W= 2.5529

O. T OTAL AVG. DELTA LSO STD.
OF I,':LES CF' C K CRACK FIT COPP. EFP.OF
FTS. LENGTH LENGTH DtIvDN COEFF. EST. DEL-K

It4. UIN) IN >'C ) 0 P I S'F1
0.8458 0.0311 1 7E-06 0.981 0.000 4.'?

4 1400C-1 0.9259 0.0521 3.70E-06 0.999 0.015 6.
w10 6 1.0480 0. 1263 1.19E-05 0. 994 C.. 07 E .04.7 . c . 10 . 7 8
40 1.2110 0.0838 2.94E-05 0.9.5 0 .40 0.6

4 1291 1.4478 0.0820 6.31E-05 1.000 2.715 15.63
-: 519 1.5214 0.0627 1.21E-04 1.000 16.264 19.07

27 1.7513 0.0430 1.82E-04 1.000 '?0.912 28.34

COMPFACT TEt-I'ON AT H."W=0.486 GENERAL D""NAMICS
;iF-24 FORT WORTH DIVIS
7075-T7651 L-T ORIENTATION SEP 891982
FRT,WET
APTIFICAL SEAWATER
360 CPM
R= 0.05 B= 0.45 W= 2.5495

HO. TOTAL AVG. DELTA LSQ STD.
OF CYCLES CRACK CRACK FIT CORR. ERR.OF AVG.
PTS. LENGTH LENGTH DA/DN COEFF. EST. DEL-K

(IN) (IN) (IN/CYC) .KSI-SQRI)

6000 0.8315 0.0201 3.36E-06 1.000 0.000 5.91
2 6000 0.9147 0.0335 5.58E-06 1.000 0.000 7.09
4 3500 1.0047 6.0414 1.16E-05 6.998 0.146 8.76
5 4459 1.1601 0.0965 2.24E-05 0.996 0.357 10.64
4 2351 1.3105 0.0777 3.35E-05 0.999 0.615 12.32
4 1301 1.4399 0.083? 6.45E-05 0.998 2.897 15.07
3 1053 1.5310 0.0772 7.24E-85 0.988 3.963 18.46
2 111 1.7417 0.0361 3.25E-84 1.00 0.000 26.46
2 75 1.8054 0.0380 5.S8E-04 1.000 0.000 30.08
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NADC-83126-60 Vol. I

COMPACT TENSION AT H/W=0.486 GENERAL DYNAMICS
FIP-25 FORT WORTH DIVISION
7075-T7651 L-T ORIENTATION SEP 8, 1982
RTWET
DISTILLED WATER
360 CPM

. 0.4495 W= 2.5407

H0. TOTAL DELTA LS'O STD.
CF C- LE C FAC f: C:AC4 F IT COPP. EPF. OF F'v C,
P'T LENGTH LENGTh DR 1iN COEFF. E'-,T. DEL-1

48142 0. 79. 05.l 0 P, !..3:E-07 0.544 0. 001 5.-
? 0 0 . '.&0 2 3. l 2 .24E-06 1.000 0 . 0 85

l: .4 4 O.'" E -O .2E-06 0.995 0.101 -. 4

6 15417 1.1051 0. 11 E 7.57E-06 0.999 0.244 10.4',

5 451 ' .34 8 0. A 85' 1.89E-05 1.000 1.163 14. '0

- 21'8 1. 4528 0.0576 .2. 62E-05 0.999 1.499 1 E.
112 4 1 .573 0.0690 5.24E-05 0.987 4. 375 20.55
414 17525 0.0596 1.44E-04 0.999 11.464 28.V ..

1
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FATIGUE TEST-CONSTANT k-SAMPLE TYPE:WOL-MATERIAL:AL7075-T7652

SPEC. NO.:AL-28 DATA PTS=41 WAVE FORM:TRIANGLE WAVE WITH HOLT, TIME

B=.45 IN W=2.55 IN E=10.3E6 TEMP=70 DEG F

K RANGE=5 TO 20 (KSI SQR(IN)) LOAD RATIO=.05

SLOPE -0.5 SEC HOLD TIMEwO SEC

ENVIRONMENT-3.5Z SALT WATER PH(6.2 TO 8)

OS NO. KMAX LOAD CRACK LENGTH CYCLES [A/LN
I (KSI SQR(IN)) (LBS) (INCH) (IN/CYCLE)

5.03952 489.288 .909 10127.5 1.00679E-06

3 5.01262 482.391 .92 31534.5 4.95913E-07
4 4.99957 476.86 .93 62335.5 3.34307E-0!

5 5.02265 474.919 .94 76356 7.13670E-07

6 5.00108 468.579 .951 106041 3.80934E-07
-7 5.00609 464.435 .963 1IR97A _nlh1r-c?

8 7.97992 733.067 .974 133083 2.73083E-06
9 8.00356 729.446 .984 134439 7.61063t-u

10 7.97941 719.858 .995 136035 6.36403E-0b
11 7.9856 713.824 1.006 137661 6.83272E-06

12 7.98338 706.833 1.017 139091 7.68533E-0O

13 8.00189 702.034 1.027 140828 5.80310E-06
14 8.00942 . 696.524 1.037 142196 7.47803E-06

15 7.96705 686.627 1.048 144029 5.72289E-06
16 8.00294 682.884 1.06 145527 8.26436E-06

17 8.00746 676.513 1.07 147OAR a.7.Q1J-flA

19 9.98262 83Z.297 1.082 148392 8.79151E-06
19 9.99054 826.409 1.096 149309 1.58560E-05

20 10.009 818.356 1.108 150090 1.51985E-05
21 9.99865 809.607 1.118 150906 1.23775E-05

22 9.97275 800.185 1.129 151451 1.91376E-05
23 9.98609 793.575 1.14 151932 2.32225E-05
24 9.99439 796.559 1.151 152684 1,39760E-0
25 14.9453 1164.65 1.162 153269 1.94872E-05

26 14.9628 1154.52 1.172 153543 3.82118E-05

27 14.942 1141.79 1.183 153750 5.23191E-05

28 14.9348 1130.36 1.193 153957 4.8451?7E-05

29 14.9499 1119.81 1.206 154232 4.52731E-05
30 14.9591 1109.46 1.216 154507 3.90179E-05

31 14.9409 1095.96 1.227 154714 5.22707E-05

32 14.9803 1098.01 1.237 154923 4.81817E-05

33 14.957 1075.7 1.248 155097 6.01151E-05

34 14.9633 1064.81 1,259 1 I7" - A_7A9r-n,

35 19.9394 1403.85 1.27 155546 5.95402E-05
36 19.9931 1391.82 1.291 155652 1.09396E-04
37 19.9760 1374.39 1.294 155792 9.49565E-05

39 19.9565 1354.49 1.308 155931 9.50364E-05
39 19.9711 1337.81 1.321 156071 9.20713E-05
40 19.9326 1317.66 1.332 156210 8.42449E-05
41 19.9504 1301.14 1.346 156350 9.74996E-05
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NADC-83126-60 Vol. I

FATIGUE TEST-CONSTANT K-SAMPLE TYPE:WOL-MATERIAL:AL7075-T7651

SPEC. NO.:AL-29 DATA PTS=26 WAVE FORM:TRIANGLE WAVE WITH HOLD TIME

B=.45 IN W=2.55 IN E=10.3E6 TEMF=70 DEG F

K RANGE=8 TO 20 (KSI SOR(IN)) LOAD RATIO=.05

SLOPE =1.67 SEC HOLD TIME=O SEC

ENVIRONbENT=3.5% SALT WATER PH(6.2 TO 8)

os NO. KMAX LOAD CRACK LENGTH CYCLES DA/DN
# (KSI SOR(IN)) (LPS) (INCH) (IN/CYCLE)

2 20.0311 1033.45 1.533 134.5 1.13807E-04
3 19.9539 1012.76 1.544 233.5 1.13738E-04
4 19.9273 995.124 1.555 332.5 1.07273E-04
5 19.9819 981.588 1.566 431.5 1.12626E-04
6 20.0217 964.514 1.58 562 1.09272E-04
7 19.9121 938.761 1.593 694 1.00075E-04
B_ 19.9226 921.36 1.604 793 1.09091F-04
9 15.1234 687.646 1.614 826 3.03333E-04
to 14.9256 666.987 1.625 1454.5 1.74065E-05
11 14.9243 654.829 1.636 1717 4.12573E-05
12 14.9257 643.054 1.647 1948 4.54977E-05
13 14.9086 629.783 1.659 2209 4.66670E-05
14 14.9176. 616.994 1.67 2471.5 4.47618E-05
15 14.9337 603.88 1.684 2735.5 5.07574E-05
16 9.92898 392.772 1.695 6233.5 3.05602E-06
17 9.91914 384.897 1.705 7522 7.84635E-06
18 9.95039 378.874 1.715 8842.5 7.61838E-06
19 10.0092 373.629 1.726 9735 1.21232E-05
20 9.92393 363.078 1.736 10594 1.16997E-05
21 9.93573 356.157 1.746 11882.5 8.47492E-06
22 9.95563 349.5 1.757 13072 8.60872E-06
23 9.91943 341.239 1.767 14162.5 9.25263E-06
24 7.95227 268.014 1.777 26175 8.5244N -7
25 7.97848 263.384 1.787 32842.5 1.51181r-06
26 7.97043 257.665 1.797 39741 1.48 7 28E-06
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FATIGUE TEST-CONSTANT K-SAMPLE TYPE:WOL-MATERIAL:AL7075-T7651

SPEC. NO.:AL-29 DATA PTSx55 WAVE FORM:TRIANGLE WAVE WITH HOLD TIME

8=.45 IN W=2.55 IN ".E-10.3E6 TEMP=70 DEG F

K RANGE=8 TO 20 (KSI SDR(IN)) LOAD RATIO=.05

SLOPE =.5 SEC HOLD TIME RANGE=1 TO 2.33 SEC

ENVIRONMENT=3.5% SALT WATER PH(6.2 TO 8)

OIS NO. KMAX LOAD HOLD TIME CRACK LENGTH CYCLES DA/DN
* (KSI SOR(IN)) (LEES) (SEC) (INCHS) (IN/CYCLE)

--- 9 5 9991--1 -3 .3 ,--0'!'9"?-
2 7.98522 780.817 1 .901 2845.5 3.60222E-06
3 8.00403 775.817 1 .911 4366.5 6.93557E-064 8.00017 768.037 1 .923 6514.5 5.57728E-065 8.00365 760.339 1 .936 8332.5 6.94332E-06

6 7.97239 749.963 1 .946 10249.5 5.38447E-06
7 8.02825 748.579 1 .956 11902.5 .206E-OA
8 7.97784 736.902 2.33 .968 13654.5 6.66211E-06
9 7.99208 729.687 2.33 .98 14877 1.01530E-05
10 8.02785 726.008 2.33 .993 17396.5 5.00536E-06
11 8.02449 718.466 2.33 1.004 19104 6.19621E-06
12 7.96878 707.045 2.33 1.014 21095.5 5.19305E-06
13 7.99609 703.136 2.33 1.024 22209 9.25673E-06
14 7.98863 695.909 2.33 1.036 23860.5 .10A-OA
15 9.97547 860.925 2.33 1.046 25314 7.01067E-06
16 9.99178 854..2 2.33 1.057 26041.5 1.59037E-05
17 9.97773 844.498 2.33 1.069 26901 1.32402E-05
18 9.98092 835.87 2.33 1.082 27529.5 2.04137E-05
19 9.96609 825.633 2.33 1.093 28323 1.49465E-05
20 9.96415 817.158 2.33 1.105 29182.5 1.29610E-05
21 9.99478 811.444 2.33 .9922- .g 1.4144l-Sf
22 10.0059 804.019 1 1.12 30505.5 2.31823E-05
23 9.98435 793.732 1 1.14 31531.5 1.22515E-05
24 9.96304 783.802 1 1.151 32062.5 2.02824E-05
25 9.97574 777.339 1 1.162 32857.5 1.31447E-05
26 10.0249 773.787 1 1.172 33454.5 1.76214E-05
27 9.99574 763.525 1 1.184 34315.5 1.43796E-05
28 9.9764 754.231 1 1.195 35110.5 1.26792E-05
29 9.9t651 746.348 1 1.205 3S674.5
30 14.9672 1109.11 1 1.217 36205.5 2.27117E-05
31 14.994 1099.19 1 1.228 36472.5 4.06370E-05
32 14.9494 1094.3 1 1.24 36739.5 4.34828E-05
33 14.9731 1073.98 1 1.251 36940.5 5.79109E-05
34 14.9598 1061.23 1 1.262 37207.5 4.17978E-05
35 14.9793 1051.55 1 1.273 37409.5 5.06966E-05
36 14.9721 1039.98 1.284 3 . 4.05039-05
37 15.0014 1029.63 2.33 1.296 37876.5 5.24363E-05
39 14.9577 1014.81 2.33 1.307 38109 4.52042E-05
39 14.9445 1003.22 2.33 1.317 39341.5 4.32686E-05
40 14.9361 991.691 2.33 1.329 38574 4.73981E-05
41 14.9522 990.392 2.33 1.34 3806.5 5.43225E-05
42 14.9439 966.567 2.33 1.353 39101 4.25795E-05
ij 14.9596 954.849 2.33 1.365 39370.5 4,j Q r
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44 2-.3 1.376 395376.,
45 19.9176 1239.52 2.33 1.398 39670.5 9.40o '--46 20.0006 1226.2 2.33 1.4 39771 1.19105E-04
47 191296 1203.58 2.33 1.414 39937.5 8.19823E-o
48 19.9249 1183.72 2.33 1.428 40071 1.02397E-04
49 19,9209 1164.96 2.33 1.44 4020g45 9.0:15"-! 19.9724 1151.42 F 1.45 40305 1.07265E-04
51 19.9362 1130.7 1 1.465 40440 1.10148E-0452 19.974 1112.57 1 1.478 40575 9

.51855E-0553 19.9287 1092.57 1 1.489 40710 8.14809E-05
54 19.9515 1076.35 1 1.502 40812 1-24804F i55 19.9221 1056.64 1 1.514 40947 S.7704,E -O

(
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APPENDIX B

FATIGUE CRACK PROPAGATION RESULTS

I FOR a-ANNEALED T!-6A1-4V ALLOY
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FATIGUE TEST-CONSTANT LOAD-SAMPLE TYPE:CT-MATERIAL:TI-6AL-4V

SPEC. NO.:TI-4 DATA PTS.=101

B-.5 IN W=2.5 IN E-1.6E7

CONST LOAD u2165.25 (LDS) LOAD RATIO-.05

FRED-S 147 TEMPw70 DEG F

ENVIRONMENTaVACUUM

OS NO. KMAX FREG CRACK LENGTH CYCLES DA/DN

( (KSI SDR(IN)) (HZ) (INCHS) (IN/CYCLE)
1 12.0641 5 .735 753578 9.75056E-07
2 12.1825 5 .744 794103 2.33064E-07
3 12.3024 5 .754 425711 2.98721E-07
4 12.4225 5 .763 044506 4.96249E-07
5 12.5429 5 .772 962050 5.31522E-07
6 12.664 5 .792 090313 5.10430E-07
7 12.7862 5 .791 894884 6.3962SE-07
8 12.9093 5 .8 904577 9.61312E-07
9 13.0343 5 .81 916443 7.94536E-07
10 13.161 5 .919 923369 1.36096E-06
11 13.2897 5 .829 929085 1.66813E-06
12 13.4204 5 .838 934863 1.64988E-06
13 13.5522 5 .840 944596 9.79040E-07
14 13.6853 5 .857 953674 1.04924E-06
15 13.8189 5 .867 959411 1.64006E-06
16 13.9563 5 .877 966295 1.43187E-06
17 14.095 " 5 .986 972647 1.48001E-06
19 14.2319 5 .895 976129 2.69923E-06
19 14.372 5 .905 980327 2.29054E-06
20 14.5126 5 .914 983973 2.54389E-06
21 14.6531 5 .924 987188 2.91818E-06
22 14.7952 5 .933 991633 2.08459E-06
23 14.9423 5 .943 995361 2.63519E-06
24 15.0912 5 .952 997960 1 56137E-06
25 15.2373 5 .961 1.00029E+06 3..098E-04
26 15.397 5 .971 1.00222E+06 4.9 673E-06
27 15.5422 5 .99 1.00373E+06 ..41721E-06
28 15.7002 5 .99 1.00617E+06 3.92796E-06
29 15.8565 5 .999 1.00789E+06 5.36452E-06
30 16.0119 5 1.009 1.01038E+06 3.70320E-06
31 16.1693 5 1.019 1.01216E+06 5.17979E-06
32 16.3356 5 1.028 1.01452E+06 4.23304E-06
33 16.5091 5 1.037 1.01640E+06 5.13830E-06
34 16.676 5 1.046 1.01779E+06 6.61148E-06
35 16.9554 5 1.057 1.01939E+06 6.65627E-06
36 17.0396 5 1.066 1.02149E+06 4.47620E-06
37 17.2161 5 1.076 1.02305E+06 6.10260E-06
38 17.3929 5 1.095 1.02432E+06 7.21254E-06
39 17.5702 5 1.094 1.02546E+06 8.14043E-06
40 17.7555 5 1.104 1.02663E+06 0.29911E-06
41 17.9437 5 1.113 1.02742E+06 1.17089E-05
42 18.1302 5 1.123 1.0298E+06 1.07557E-05
43 10.3276 5 1.133 1.02895E+06 1.49553E-05
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44 18.5294 5 1.142 1.02965E+06 1.33572E-Of
45 18.7249 5 1.151 1.03052E+06 1.04712E-05
46 18.9211 5 1.16 1.03200E+06 6.14862E-06
47 19.1265 5 1.17 1.03300E+06 9.66001E-06
48 19.3403 5 1.179 1.03373E+06 1.30547E-05
49 19.5514 5 1.198 1.03434E+06 1.40853E-05
50 19.7673 5 1.199 1.03506E+06 1.33610E-05
51 19.9982 5 1.207 1.03555E+06 1.97144E-05
52 20.2088 5 1.217 1.03603E+06 1.93124E-05
53 20.4319 5 1.226 1.03646E+06 2.10233E-05
54 20.6589 5 1.235 1.03693E+06 1.96809E-05
55 20.8911 5 1.244 1.03746E+06 1,72453E-05
56 21.1246 5 1.253 1.03907E 06 1.47704E-05
57 21.3637 5 1.262 1.03844E+06 2.49199E-05
58 21.6174 5 1.272 1.03096E+06 1.87693E-05
59 21.8758 5 1.281 1.03939E+06 2.13953E-05
60 22.1284 5 1.29 1.03979E+06 2.30001E-05
61 22.4013 5 1.3 1.04014E+06 2.95278E-05
62 22.6796 5 1.309 1.04037E+06 3.89130E-05
63 22.9471 5 1.319 1.04053E+06 5.72503E-05
64 23.2329 5 1.328 1.04079E+06 3.76921E-05
65 23.5396 5 1.338 1.04105E+06 3.88847E-05
66 23.8425 5 1.348 1.04127E+06 4.14545E-05
67 24.1445 5 1.357 1.04176E+06 1.96734E-05
68 24.4546 5 1.366 1.04201E+06 3.68400E-05
69 24.7902 5 1.377 1.04239E+06 2.67371E-05
70 25.1579 5 1.388 1.04272E+06 3.56364E-05
71 25.5295 5 1.398 1.04292E+06 4.63498E-05
72 25.8842 5 1.408 1.04302E+06 1.03300E-04
73 26.2389 I 1.417 1.04332E+06 2.93669E-05
74 26.5829 5 1.426 1,04358E+06 3.50047E-05
75 26.9341 5 1.435 1.04383E+06 3.51601E-05
76 27.2864 5 1.444 1.04409E+06 3.45381E-05
77 27.6811 5 1.454 1.04427E+06 5.81668E-05
78 29.085 5 1.463 1.04439E+06 7.45933E-05
79 28.4823 5 1.473 1.04451E+06 8.07504E-05
90 28.8934 5 1.482 1.04457E+06 1.52332E-04
91 29.3211 5 1.492 1.04477E+06 4.98503E-05
82 29.7492 5 1.501 1.04489E+06 7.23332E-05
03 30.2074 5 1.512 1.04499E+06 1.07900E-04
84 30.7004 5 1.524 1.04515E+06 8.04390E-05
95 31.371 5 1.535 1.04529E+06 7.67137E-05
96 31.9915 5 1.545 1.04543E+06 6.75006E-05
97 32.3992 5 1.554 1.04559E+06 5.83120E-05
89 32.928 5 1.564 1,04569E+06 1.04600E-04
99 33.5256 5 1.575 1.04583E+06 7.75712E-05
90 34.0976 5 1.584 1,04595E+06 7.46667E-05
91 34.6163 5 1,593 1.04605E+06 9,53002E-05
92 35.1809 5 1.603 1.04612E+06 1.46714E-04
93 35.7963 5 1.612 1.04618E+06 1.52000E-04
94 36.4641 5 1.624 1.04626E+06 1.44625E-04
95 37.2179 5 1.635 1.04634E+06 1.37976E-04
96 37.9529 5 1.645 1.04642E+06 1.29625E-04
97 30.7599 5 1.657 1.04650E+06 1.53974E-04
9 • 39.5725 5 1.667 1.04655E+06 1.94402E-04
99 40.3215 5 1.677 1.04661E+06 1.65000E-04
100 41.056 5 1.696 1.04667E+06 1.45833E-04
101 41.7693 5 1.695 1.04671E+06 2.21249E-04
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FATIGUE TEST-CONSTANT LOAD-SAMPLE TYPE:CT-NATERIAL:T!-6AL-4V

SPEC. NO.:TI-5 DATA PTS.-85

Su.S IN W=2.5 IN E-1.6E7

CONST LOAD -1500 (LDS) LOAD RATIO-.05

FRED RANG -10 HZ TEMP-70 DEG F

ENVIRONMENT=3.5Z SALT WATER PN(6.2 TO 8)

OS NO. KNAX FRED CRACK LENGTH CYCLES DA/DN
* (KSI SGR(IN)) (HZ) (INCHS) (IN/CYCLE)
1 11.867 10 .854 1102.5 7.74448E-04
2 11.9948 10 .864 12437.5 9.20599E-07
3 12.122 10 .875 25293.5 7.98696E-07
4 12.2535 10 .885 34671 1.12012E-06
5 12.385 10 .895 43061.5 1.23617E-06
6 12.5202 10 .907 53103.5 1.11093E-06
7 12.666 10 .917 61073.5 1.32911E-06
8 12.0132 10 .928 70596.5 1.17306E-06
9 12.9625 10 .94 82093.5 9.71731E-07
10 13.1109 10 .95 91319.5 1.18654E-06
11 13.2562 10 .961 98758.5 1.42062E-06
12 13.4078 10 .972 104952 1.75539E-06
13 13.5799 10 .984 113042 1.50247E-06
14 13.7376 10 .995 120174 1.53645E-06
15 13.8104 10 1 126965 7.36277E-07
t6 14.0469 to 1.016 133599 2.41217E-06
17 14.2126 10 1.027 138633 2.18471E-06
18 14.3657 o 10 1.037 143157 2.21043E-06
19 14.5212 10 1.047 148438 1.89358E-06
20 14.6791 10 1.057 153711 1.89645E-06
21 14.8556 10 1.068 158673 2.21686E-06
22 15.0189 10 1.078 163069 2.27479E-06
23 15.2015 10 1.099 167256 2.62719E-06
24 15.3704 10 1.099 171327 2.45640E-06
25 15.5596 10 1.11 175512 2.62842E-06
26 15.7346 10 1.12 179848 2.30627E-06
27 15.9127 10 1.13 183804 2.52793E-06
28 16.1122 10 1.141 187306 3.14104E-06
29 16,3157 10 1.152 191416 2.67641E-06
30 16.5042 10 1.162 194732 3.01568E-06
31 16.7156 10 1.173 198230 3.14466E-06
32 16.9116 10 1.183 201203 3.36360E-06
33 17.1113 10 1.193 203682 4.03388E-06
34 17.3148 10 1.203 205738 4.06381E-06
35 17.5433 10 1.214 207989 4.88673E-06
36 17.7768 10 1.225 210086 5.24555E-06
37 17.9935 10 1.235 212033 5.13610E-06
30 18.2146 10 1.245 213487 6.077571-06
39 18.4402 10 1.255 214754 7.692751-06
40 18,6938 10 1.266 216097 8.19056E-06
41 18.9295 10 1.276 217210 . .98472E-06
42 19.1702 10 1286 218133 1.08342-05
43. 19.4161 10 1.296 219055 1.00460-05
44 19.6673 10 1,306 219363 1.237648-05
45 19.9501 10 1.317 220676 1.353008-05
46 20.2393 10 1.328 221369 1.59731E-05
47 20.5367 10 1.339 222175 1.364771-05
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49 20.8131 10 1.349 222972 1.43472E-05
49 21.1532 10 1.361 223562 1.73913E-05
50 21.444 10 1.371 224103 1.61030E-05
51 21.802 10 1.383 224727 2.20508E-05
52 22.1393 10 1.394 225349 1.76949E-05
53 22.4536 10 1.404 225817 2.13675E-05
54 22.7757 10 1.414 226234 2.14133E-05
55 23.1393 10 1.425 226674 2.02052E-05
56 23.4705 10 1.435 227136 2.15517E-05
57 23.9262 10 1.445 227492 2.02486E-05
58 24.2191 10 1.456 227847 3.09060E-05
59 24.5959 10 1.466 228193 2.14900E-05
60 25.0005 10 1.477 228553 3.09960E-05
61 25.4665 10 1.499 228946 3.05343E-05
62 25.9664 10 1.499 229263 3.15457E-05
63 26.3107 10 1.51 229614 3.13391E-05
64 26.7946 10 1.521 229929 3.49204E-05
65 27.2647 10 1.532 230209 3.92859E-05
66 27.8054 10 1.544 23048 4.30106E-05
67 28.3172 10 1.555 230767 3.94267E-05
69 28.9939 10 1.567 231009 4.95866E-05
69 29.3899 10 1.577 231249 4.16666E-05
70 29.9523 10 1.588 231491 4.54547E-05
71 30.5331 10 1.599 231695 5.39219E-05
72 31.1996 .10 1.611 231937 4.95866E-05
73 31.7531 *10 1.621 232140 4.92610E-05
74 32.3941 10 1.632 232345 5.36587E-05
75 33.0571 10 1.643 232547 5.44550E-05
76 33.6797 10 1.653 232714 5.98902E-05
77 34.6511 10 1.668 232919 7.35299E-05
79 35.5312 10 1.691 233095 7.79444E-05
79 36.2339 10 1.691 233211 7.93650E-05
90 37.1079 10 1.703 233379 7.18561E-05
91 37.9633 10 1.713 233505 7.87401E-05
92 38.3039 10 1.725 233632 9.44879E-05
83 39.7935 10 1.737 233759 9.44999E-05
94 40.3916 10 1.75 233897 1.01563E-04
85 41.9602 10 1.762 234013 9.52378E-05
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FATIGUE TEST-CONSTANT LOAD-SAMPLE TYPE:CT-HATERIALTI-6AL-4V

SPEC. NO.:TI-6 DATA PTS.&80

b-.5 IN W-2.5 IN El.697

CONST LOAD &1500 (LOS) LOAD RATIO..05

FRED RANG w3 HZ TEMP*TO DEG F

ENV!RONMENTw3.5X SALT WATER PH(6.2 TO U)

OpS NO. KMAX FRED CRACK LENGTH CYCLES DA/DN
* (KSI SOR(XN)) (HZ) (INCHS) (IN/CYCLE)
1 12.61 3 .913 150011 6.08535E-06
2 12.7422 3 .923 163315 7.58042E-07
3 12.8771 3 .933 191566 5.57173E-07
4 13.0229 3 .944 197631 6.72602E-07
5 13.1743 3 .955 216176 6.00909E-07
6 13.3156 3 .965 231165 6.82926E-07
7 13.4671 3 .976 242910 9.10434E-07
9 13.6262 3 .997 257333 7.74596E-07
9 13.7734 3 .997 267379 1.01413E-06
10 13.9219 3 1.009 276544 1.10529E-06
11 14.0903 3 1.019 289075 9.02560E-07
12 14.2441 3 1.029 299403 9.94700E-07
13 14.3991 3 1.039 309104 1.04010E-06
14 14.5592 3 1.049 319164 1.12593E-06
15 14.7205 3 1.06 328635 9.77935E-07
16 14.9957 3 1.07 339349 1.01457E-06
17 15.0607 3 1.091 352493 7.66126E-07
is 15.2346 • 3 1.091 363395 9.14750E-07
19 15.4188 3 1.102 374790 9.96784E-07
20 15.5962 3 1.112 303146 1.23026E-06
21 15.7931 3 1.123 391239 1.31364E-06
22 15.9791 3 1.134 398646 1.47003E-06
23 16.1719 3 1.144 405367 1.58012E-06
24 16.3651 3 1.155 410807 1.90993E-06
25 16.5624 3 1.165 415465 2.23495E-06
26 16.7649 3 1.176 421933 1.64574E-06
27 16.9649 3 1.186 428076 1.62742E-06
29 17.1699 3 1.196 435446 1.38535E-06
29 17.3951 3 1.207 440722 2.09302E-06
30 17.6109 3 1.217 443375 3.88992E-06
31 17.9245 3 1.227 445199 5.48794E-06
32 19.0734 3 1.239 447029 6.24386E-06
33 18.2966 3 1.249 449994 5.12271E-06
34 19.5309 3 1.259 450139 8.91768E-06
35 18.7935 3 1.27 451090 1.15516E-05
36 19.0225 3 1.20 452052 1.03497E-05
37 19.2701 3 1.29 453193 9.01059E-06
30 19.5314 3 1.301 454153 1.08557E-05
39 19.9024 3 1.311 455015 1.23781E-05
40 20.0996 3 1.323 455693 1.68437E-05
41 20.4299 3 1.335 456450 1.63276E-05
42 20.7134 3 1.345 457019 1.82219E-05
43 20.9976 3 1.356 457450 2.34492E-05
44 21.2992 3 1.366 459044 1.70371E-05
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45 21.509 3 1.376 458615 1.79158E-05
46 21.9962 3 1.366 459077 2.20780E-05
47 22.2534 3 1.390 459534 2.52953E-05
48 22.6214 3 1.409 460049 2.24954E-05
49 22.9679 3 1.42 460494 2.43910E-05
50 23.3503 3 1.431 460920 2.6146BE-05
51 23.700 3 1.442 461248 3.16461E-05
52 24.0343 3 1.452 461572 3.28097E-05
53 24.4487 3 1.462 461373 3.33224E-05
54 24.8032 3 1.474 462174 3.86377E-05
55 25.2346 3 1.494 462474 3.49004E-05
56 25.6843 3 1.494 462747 3.70693E-05
57 26.1052 3 1.505 463019 3.02657E-05
58 26.555 3 1.516 463266 4.34276E-05
59 27.0129 3 1.526 463511 4.34691E-05
60 27.4591 3 1.536 463730 4.60730E-05
61 27.924 3 1.547 463947 4.70970E-05
62 21.3982 3 1.557 464140 5.24967E-05
63 20.961 3 1.567 464333 5.24873E-05
64 29.3924 3 1.577 464525 5.31773E-05
65 29.9246 3 1.587 464718 5.39895E-05
66 30.5621 3 1.6 464910 6.29643E-05
67 31.1397 3 1.61 465102 5.51045E-05
68 31.7961 3 1.622 465294 6.05726E-05
69 32.435 3 1.633 465466 5.63921E-05
70 33.0791 3 1.643 465652 6.50607E-05
71 33.7843 3 1.655 465791 9.12236E-05
72 34.4675 * 3 1.665 465930 7.60427E-05
73 35.1496 3 1.675 466069 7.34535E-05
74 35.9607 3 1.687 466207 9.49271E-05
75 36.7067 3 1.693 466319 9.28576E-05
76 37.5377 3 1.709 466431 9.98207E-05
77 38.4514 3 1.721 466543 1.05626E-04
79 39.3606 3 1.732 466665 9.27969K-05
79 40.421 3 1.745 466766 1.23009E-04
90 41.634 3 1.759 466680 1.23572E-04
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FATIGUE TEST-CONSTANT LOAD-SAMPLE TYPE:CT-HATERIAL:TI-6AL-4V

SPEC. NO.:TI-9+" DATA PTS.w51

90.3 IN W-2.5 IN E-1.6E7

CONST LOAD 01564.12 (LBS) LOAD RATIO-.05

FREO RANG n.3 HZ TENPS70 DEG F

ENUIRONNENTw3.3Z SALT WATER PH(6.2 TO 8)

abS NO. KNAX FREO CRACK LENGTH CYCLES DA/DN
* (KSI SOR(IN)) (HZ) (INCHS) (IN/CYCLE)
1 10.6527 .3 1.23 1024 1.20133E-03
2 13.8905 .3 1.241 3072 5.08304E-06
3 19.126 .3 1.251 5007.5 5.21829E-06
4 19.3643 .3 1.261 7100.5 4.78261E-06
5 19.608 .3 1.271 9036 5.19760E-06
6 19.8733 .3 1.292 10314 6.10240E-06
7 20.1419 .3 1.292 12479.5 6.22630E-06
9 20.4172 .3 1.303 14145 6.36451E-06
9 20.6959 .3 1.313 15495.5 7.76004E-06
10 20.9631 .3 1.323 16901 7.66756E-06
11 21.2667 .3 1.334 13106.5 0.21909E-06
12 21.5697 .3 1.344 19367 9.43317E-06
13 21.8763 .3 1.355 20560 9.91809E-06
14 22.2033 .3 1.366 21595.5 1.05360E-05
15 22.514 .3 1.376 22631 9.78265E-06
16 22.0309 .3 1.336 23644 9.96051E-06
17 23.1603 .3 1.396 24612 1.05796E-05
1 23.5137 .3 1.407 25512.5 1.19934E-05
19 23.8541 • .3 1.417 26435.5 1.08992E-05
20 24.2072 .3 1.427 27133.5 1.45845E-05
21 24.565 .3 1.437 27764 1.59557E-05
22 24.9305 .3 1.447 23372 1.64801E-05
23 25.3065 .3 1.457 28990 1.65297E-05
24 25.7196 .3 1.468 29498 2.07528E-05
25 26.1243 .3 1.471 29993.5 2.06864E-05
26 26.5436 .3 1.409 30444 2.29522E-05
27 27.0033 .3 1.5 30917 2.32980E-05
23 27.4563 .3 1.51 31345 2.46730E-05
29 27.9045 .3 1.52 31705.5 2.9127SE-05
30 29.3791 .3 1.531 32133.5 2.43691E-05
31 29.9759 .3 1.542 32494 2.95421E-05
32 29.3639 .3 1.552 32909.5 3.21397E-05
33 29.9986 .3 1.562 33057.5 4.35080E-05
34 30.4578 .3 1.573 33283 4.95142E-05
35 31.0044 .3 1.594 33553.5 3.93365E-05
36 31.5765 .3 1.594 33901.5 4.24597E-05
37 32.1519 .3 1.605 34027 4.55432E-05
39 32.7569 .3 1.615 34230 5.15765E-05
39 33.3915 .3 1.626 34455.5 4.71941E-05
40 34.0732 .3 1.637 34636 6.12742E-05
41 34.0312 .3 1.649 34916.5 6.57619E-05
42 35.5356 ,3 1.659 34974.5 6.74046E-05
43 36.2341 .3 1.669 35087.5 9.04429E-05
44 36.9961 o3 1.69 35200.5 9.53980E-05
45 37.8768 .3 1.692 35313.5 1.06293E-04
46 39.9356 .3 1.705 35426.5 1.11151E-04
47 39.6369 .3 1.715 35494.5 1.48677E-04
43 40.4584 .3 1.725 35562.5 1.47353E-04
49 41.4711 o3 1.737 35653 1.31491E-04
50 42.5398 .3 1.749 35721 1.77206E-04
51 43.5573 o3 1.76 35766.5 2.42197E-04
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FATIGUE TEST-CONSTANT K-SAMPLE TYPE:CT-HATERIAL:TI-6AL-4V

SPEC. NO.:TI-11 DATA PTS.=75

33.5 IN W=2.5 IN En1.6E7

CONST K LEVEL &42 KSI SOR(IN) LOAD RATIO-.05

FREG RANG *10 TO 0.03 HZ TEMP=70 DEG F

ENVIRONMENT=3.5% SALT WATER PH(6.2 TO 8)

03s NO. LOAD FREO CRACK LENGTH CYCLES DA/DN

0 (LBS) (HZ) (INCHS) (IN/CYCLE)
1 4500.19 3 1.013 163.5 6.19462E-03
2 4449.23 3 1.024 215.5 8.76237E-05
3 4399.02 3 1.034 418 8.16597E-05
4 4349.92 3 1.045 532 8.99131E-05
5 4301.6 3 1.055 639 9.64481E-05
6 4253.95 3 1.065 757 9.69490E-05
7 4207.33 3 1.075 356.5 1.0150SE-04
9 4157.95 3 1.096 979 8.79363E-05
9 4109.05 3 1.097 1105 8.68260E-05
10 4061.66 3 1.107 1226.5 8.41971E-05
11 4013.22 3 1.119 1337 9.71949E-05
12 3964.12 3 1.129 1439.5 1.06829E-04
13 3919.39 3 1.139 1539 1.03015E-04
14 3870.25 3 1.15 1661 8.99350E-05

FREG. CHANGE FROM Fe 3 TO F- 1
15 3822.4 • 1 1.161 1745.5 1.28283E-04
16 3777.64 " 1 1.171 1900 1.63040E-04
17 3731.27 1 1.192 1972 1.65781E-04
18 3687.46 1 1.192 1949 1.32501E-04
19 3644.11 1 1.202 2014.5 1.50526E-04
20 3599.72 1 1.212 2099 1.41342E-04
21 3554.99 1 1.222 2155.5 1.53233E-04
22 3511.67 1 1.233 2241 119596E-04
23 3468.87 1 1.243 2329.5 1.13673E-04
24 3424.64 1 1.253 2400 1.48095E-04
25 3379.01 1 1.264 2479.5 1.36100E-04
26 3336.31 1 1.274 2560.5 1.25555E-04
27 3293.19 1 1.284 2631.5 1.45212E-04
28 3250.76 1 1.295 2704 1.40552E-04

FREQ. CHANGE FROM Fm I TO Fu .3
29 3209.12 .3 1.305 2763 1.70170E-04
30 3167.53 .3 1.315 2791 3.59642E-04
31 3122.9 .3 1.326 2934 2.52324E-04
32 3000.14 .3 1.336 2963.5 3.53898E-04
33 3039.78 .3 1.346 2893 3.43731E-04
34 2992.97 .3 1.357 2930 3.04863E-04
35 2949.22 .3 1.368 2969.5 2.73925E-04
36 2908.19 .3 1.379 3005 2.87043E-04
37 2868.05 .3 1.399 3049 2.27500E-04
38 2827.63 .3 1.399 3101 1.94616E-04
39 2797.47 .3 1.409 3145.5 2.26966E-04
40 2744.7 .3 1.419 3184 2.90520E-04
41 2703.94 .3 1.43 3224 2.50499E-04
42 2664.33 .3 1.44 3260.5 2.7643E-04
43 2624.86 .3 1.45 3300 2.55696E-^ "
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FRED. CHANGE FROM Fe .3 TO Fe .1
44 2565.44 .1 1.46 3330 3.37664E-04

45 2542.66 .1 1.471 3379.5 2.23032E-04
46 2502.17 .1 1.492 3456.5 1.36493E-04
47 2463.72 .1 1.492 3532 1.32715E-04
41 2425.3 .1 1.502 3610.5 1.29152E-04

* 49 2367.1 .1 1.512 3685.5 1.34001E-04
50 2344.55 .1 1.523 3755 1.61869E-04
51 2303.17 .1 1.534 3025 1.57143E-04
52 2261.16 .1 1.545 3940 9.76521E-05
53 2222.31 .1 1.556 4046 9.34905E-05

' 54 2194.63 .1 1.566 4147 1.00792E-04
55 2147.04 .1 1.576 4207.5 1.68761E-04
56 2110.06 .1 1.596 4237 1.27044E-04
57 2073.64 .1 1.596 4353.5 1.50376E-04

FRED. CHANGE FROM Fw.1 TO Fs 10
58 2027.43 10 1.609 4428 1.71409E-04
59 1992.74 10 1.621 4596 7.40481E-05
60 1942.63 10 1.633 4734 8.14493E-05
61 1904.03 10 1.644 4951.5 9.26909E-05
62 1963.54 10 1.655 4950 1.16751E-04
63 1922.2 10 1.667 5089.5 0.48027E-05
64 1796.11 10 1.677 5199.5 9.54123E-05
65 1751.57 10 1.697 5309 9.15070E-05
66 1711.67 10 1.699 5447 0.39847E-O5
67 1670.91 10 1.711 5577 9.23054E-05
69 1634.99 10 1.722 5713 7.96764E-05
69 1596.92 10 1.733 5822 1.04220E-04
70 1562.66 10 1.743 5952 7.95392E-05
71 1528 10 1.754 6076 0.49991E-05
72 1494.46 10 1.764 6158.5 1.24606E-04

FERO. CHANGE FROM F=10 TO F-.03
73 1460.81 .03 1.775 6297.5 7.48205E-05
74 1427.82 .03 1.795 6412.5 0.93914E-05
75 1394.07 .03 1.795 6559.5 7.21768E-05
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FATIGUE TEST-CONSTANT K-SAIPLE TYPE2CT-HATERIAL:TI-6AL-4V

SPEC. NO.:TI-13 DATA PTS.a86

3-.5 IN W-2.5 IN E-1.667

CONST K LEVEL -42 KSI SOR(IN) LOAD RATIOs.3

FRED RANG -10 TO 0.03 HZ TEMP-70 DEG F

ENVIRONMENTu3.5% SALT WATER PH(6.2 TO )

O0S NO. LOAD FRED CRACK LENGTH CYCLES DA/DN
# (LOS) (HZ) (INCHS) (IN/CYCLE)
1 4782.34 10 .955 1211 7.88617E-04
2 4729.44 10 .966 1382 6.23102E-05
3 4678.93 10 .976 1553.5 5.97840E-05
4 4629.95 10 .986 1724 5.99532E-05
5 4579.73 10 .996 1896 5.89417E-05
6 4526.26 10 1.007 2067 6.48945E-05
7 4477.64 10 1.018 2272 4.95614E-05
8 4425.19 10 1.029 2466 5.69071E-05
9 4374.75 10 1.039 2673 5.16424E-05
10 4327.07 10 1.049 2856 5.55737E-05
11 4278.44 10 1.06 3061 5.09268E-05
12 4227.61 10 1.071 3244 6.OOOO1E-05
13 4180.58 10 1.081 3438 5.26807E-05
14 4132.1 10 1.092 3600 6.54319E-05

FRED. CHANGE FROM Fu 10 TO F- 3
15 4077.27 3 1.104 3900 6.03002E-05
16 4027.49 • 3 1.115 3942 7.76052E-05
17 3981.62 3 1.125 4086 7.09030E-05
18 3934.91 3 1.135 4220 7.79851E-05
19 3888.72 3 1.146 4346 8.24597E-05
20 3838.79 3 1.157 4503 7.19113E-05
21 3793.3 3 1.167 4645 7.28167E-05
22 3747.46 3 1.178 4775 8.05387E-05
23 3700.23 3 1.189 4925 7.22663E-05
24 3655.96 3 1.199 5078 6.67323E-05
25 3612.19 3 1.209 5207 7.86042E-05
26 3565.27 3 1.22 5330.5 8.84214E-05
27 3519.34 3 1.231 5463 8.10569E-05
28 3476.39 3 1.241 5587.5 0.10441E-05

FRED. CHANGE FROM Fa 3 TO Fa 1
29 3431.92 1 1.251 5729.5 7.38728E-05
30 3384.02 1 1.263 5822.5 1.22043E-04
31 3341.92 1 1.273 5910.5 1.13864E-04
32 3298.71 1 1.283 5989 1.31592E-04
33 3256.62 1 1.293 6064 1.34667E-04
34 3214.21 1 1.303 6132 1.50295E-04
35 3170 1 1.314 6233.5 1.05419E-04
36 3127.91 1 1.324 6323.5 1.13666E-04
37 3086.19 1 1.334 6406 1.23394E-04
38 3042.93 1 1.345 6501 1.11579E-04
39 3000.75 1 1.355 6599 1.05919E-04
40 2959.75 1 1.366 6694.5 1.10480E-04
41 2917.35 1 1.376 6770 1.23041E-04
42 2975.97 1 1.386 6843.5 1.40271E-04
43 2835.13 1 1.397 6934 1.12929E-04
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FREG. CHANGE FROM F- 1 TO Fs .3
44 2791.69 .3 1.409 6999 1.70626E-04
45 2751.66 .3 1.418 7090 1.09783E-04
46 2709.98 .3 1.429 7168.5 1.34904E-04
47 2669.47 .3 1.439 7236 1.52445E-04
48 2628.45 ,3 1.449 7296 1.74832E-04
49 2517.69 .3 1.459 7363 1.56269E-04
50 2549.09 .3 1.47 7435 1.41944E-04
51 2509.02 .3 1.49 7499 1.60794E-04
52 2467.75 .3 1.491 7562 1.67970E-04
53 2429.43 .3 1.501 7606.5 2.31234E-04
54 2390.02 .3 1.511 7653.5 2.14994E-04
55 2351.87 .3 1.521 7700.5 2.14470E-04
56 2312.78 .3 1.531 7739 2.76799E-04
57 2272.21 .3 1.542 7769 3.49356E-04

FREG. CHANGE FROM F-.3 TO Fu.1
58 2233.71 .1 1.553 7910.5 2.48915E-04
59 2196.05 .1 1.563 7095.5 1.35466E-04
60 2158.88 .1 1.573 9057.5 5.86052E-05
61 2122.16 .1 1.583 8264.5 4.93575E-05
62 2085.13 .1 1.593 8442.5 5.70222E-05
63 2048.16 .1 1.603 9666 4.55929E-05
64 2007.27 .1 1.615 9983 5.22592E-05
65 1970.29 .1 1.625 9066.5 5.62395E-05
66 1932.96 .1 1.635 9255.5 5.54500E-05
67 1997.04 .1 1.645 9434.5 5.67037E-05
68 1860.35 .1 1.656 9619 5.65310E-05
69 1923.39 .1 1.666 9794.5 6.02853E-05
70 1787.49 .1 1.677 9936.5 7.28167E-05
71 1751.02 * .1 1.687 10104 6.31638E-05
72 1716.68 .1 1.697 10298.5 5.43633E-05
73 1676.11 .1 1.709 10536 4.82424E-05
74 1641.79 .1 1.72 11062.5 1.93352E-05
75 1607.25 .1 1.73 11430 2.8081E-05
76 1573.73 .1 1.74 11709 3.61649E-05
77 1539.48 .1 1.75 11872.5 6.35469E-05

FERO. CHANGE FROM Fe.1 TO Fe.03
79 1506.73 .03 1.76 12187 3.18283E-05
79 1473.5 .03 1.771 12343 6.56415E-05
90 1439.39 .03 1.782 12661.5 3.42541E-05
81 1405.09 .03 1.792 13008.5 3.C0864E-05
92 1373.16 .03 1.902 13219.5 4.78199E-05
03 1341.45 .03 1.012 13434 4.71330E-05
94 1303.06 .03 1.025 13697 4.69961E-05
95 1272.19 .03 1.935 14060.5 2.76205E-05
36 1240.44 .03 1.945 14271 4.95010E-05

4
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FATIGUE TEST-CONSTANT LOAD-SAMPLE TYPE:CT-MATERIAL:TI-6AL-4V

SPEC. NO.:TI-17 DATA PTS.u36

9m.5 IN Uu2.5 IN Em1.687

CONST LOAD =2000 (LOS) LOAD RATIO-.3

FRED RANG 10 HZ TEMP-70 DEG F

ENVXRONNE4T=3.SZ SALT MATER PH(6.2 TO 8)

OPS NO. KMAX FRED CRACK LENGTH CYCLES DA/DN0 (KSI SQR(N)) (HZ) (INCHS) (IN/CYCLE)1 15.9378 10 .976 42936 2.27421E-052 16.3198 10 .999 43917.5 2.55530K-053 18.2143 10 1.003 45069 3.37915E-064 18.6151 10 1.024 47035 1.04272E-055 19.0516 10 1.045 49116 1.03989E-O6 19.4886 10 1.066 50910 1.16890K-o7 19.9751 10 1.089 53423 8.97333E-068 20.4461 10 1.11 56044 8.03128E-069 20.9214 10 1.13 57696 1.24213E-0510 21.4718 10 1.153 59849 1.06224E-0511 21.9919 10 1.174 61031 1.75719E-0512 22.5669 10 1.196 63364.5 9.45363E-0613 23.1103 10 1.216 65055.5 1.18510K-0514 23.7549 10 1.239 66164 2.05502E-0515 24.4427 10 1.262 67489 1.75170K-0516 25.0693 10 1.282 68707 1.65928E-0517 25.7561 10 1.304 69781 1.97392E-018 26.4566 10 1.324 70821.5 1.98655E-0519 27.2332 10 1.346 71752 2.34712E-0520 28.0226 10 1.367 72574 2.57299E-0521 28.8724 10 1.399 73504 2.32795E-0522 29.7759 10 1.411 74400 2.43973E-0523 30.6965 10 1.432 75007 3.44481E-0524 31.6065 10 1.452 75721 2.81232E-0525 32.6547 10 1.473 76399.5 3.19676K-0526 33.7388 10 1.495 76962 4.58594E-0527 34.8798 10 1.516 77434 3.68707E-0528 36.0529 10 1.536 77396 4.44159K-0529 37.3049 10 1.557 79296 5.29998E-0530 38.697 10 1.579 79748.5 4.60107E-0531 40.2534 10 1.601 79104 6.38258K-0532 41.7641 10 1.622 79494.5 5.29063K-0533 43.497 10 1.644 79813.5 6.96239K-0534 45.2004 10 1.665 90096 7.23189K-0535 47.1247 10 1.686 80379 7.62997E-0S
36 49.0963 10 1.707 80627.5 0.30987E-05
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FATIGUE TEST-CONSTANT LOAD-SAMPLE TYPE:CT-MATERIAL:TI-6AL-4V

SPEC. NO.ITI-19 DATA PTS.w46

8=.5 IN W=2.5 IN E-1.6E7

CONST LOAD m2000 (LDS) LOAD RATIO-.3

FRED RANG -3 HZ TEMP-70 DEG F

ENVIRONMSNT-3.SZ SALT MATER PH(6.2 TO 9)

OBS NO. KNAX FRED CRACK LENGTH CYCLES DA/DN
0 "(KSI SOR(IN)) (HZ) (INCHS) (IN/CYCLE)
1 15.4276 3 .843 30.5 .027637
2 15.7479 3 .863 31937.5 6.27920E-07
3 16.0839 3 .884 51640.5 1.04441E-06
4 16.4358 3 .905 69940.5 1.14962E-06
5 16.7843 3 .925 88886.5 1.07331E-06
6 17.1443 3 .945 102307 1.52625E-06
7 17.5067 3 .965 114554 1.64057E-06
a 17.8946 3 .906 127969 1.55986E-06
9 19.0962 3 .997 135187 1.40061E-06
10 18.4815 3 1.017 142430 2.91995E-06
11 18.8808 3 1.037 150376 2.51951E-06
12 19.2907 3 1.056 155890 3.52921E-06
13 19.7097 3 1.077 162994 2.84206E-06
14 20.1523 3 1.097 168619 3.60063E-06
15 20.609 3 1.117 173852 3.85364E-06
16 21.0964 3 1.138 170097 4.89283E-06
17 21.5927 3 1.158 181616 5.79424E-06
19 22.1063 :3 1.179 183627 1.01144E-05
19 22.6367 3 1.199 185637 1.00597E-05
20 23.1948 3 1.219 196946 1.53552E-05
21 23.7616 3 1.239 198124 1.72581E-05
22 24.4304 3 1.262 199251 2.00354E-05
23 25.0634 3 1.292 190092 2.42926E-05
24 25.7645 3 1.304 191037 2.28994E-05
25 26.446 3 1.324 191774 2.72727E-05
26 27.1839 3 1.345 192433 3.15479E-05
27 27.9351 3 1.365 193092 3.06677E-05
28 28.7635 3 1.306 193725 3.35545E-05
29 29.6049 3 1.407 194254 3.87901E-05
30 30.4693 3 1.427 194757 3.99007E-05
31 31.4123 3 1.449 195209 4.61419E-05
32 32.4194 3 1.469 195607 5.29318E-05
33 33.4639 3 1.489 196006 5.19050E-05
34 34.5587 3 1.51 196353 5.92216E-05
35 35.7971 3 1.532 196700 6.32854E-05
36 37.0042 3 1.552 197021 6.28972E-05
37 38.3253 3 1.573 197316 7.06782E-05
36 39.7441 3 1.594 197585 7.83644E-05
39 41.3094 3 1.616 197980 7.40339E-05
40 42.8793 3 1.636 198176 6.93919E-05
41 44.5736 3 1.637 199419 8.56379E-05
42 46.3191 3 1.677 198610 1.05236E-04
43 48.2134 3 1.699 198775 1.2381BE-04
44 50.2232 3 1.718 198940 1.22909E-04
45 52.4626 3 1.739 199080 1.50429E-04
46 54.6793 3 1.76 199219 1.52086E-04
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FATIGUE TEST-CONSTANT LOAD-SAMPLE TYPE:CT-MATERIAL:TI-6AL-4V

SPEC. NO.:TI-19 DATA PTS.=25

B-.5 IN M-2.5 IN E-1.6E7

CONST LOAD =2000 (LBS) LOAD RATIOx.3

FRED RANG w.3 HZ TEMP=70 DEG F

ENVIRONMXNT=3.5: SALT MATER PH(6.2 TO 8)

OS NO. KNAX FRED CRACK LENGTH CYCLES DA/DN
4 (KSI SOR(IN)) (HZ) (INCHS) (IN/CYCLE)
1 27.0579 .3 1.267 22.5 .0563227
2 27.9082 .3 1.289 3609.5 6.06076E-06
3 28.5603 .3 1.31 5590.5 1.05048E-05
4 29.3229 .3 1.33 7065.5 1.36813E-05
5 30.1155 .3 1.35 8452.5 1.44557E-05
6 30.978 .3 1.371 9553.5 1.89101E-05
7 31.8795 .3 1.392 10786.5 1.68126E-05
8 32.8472 .3 1.413 11733.5 2.23548E-05
9 33.8351 .3 1.433 12592.5 2.38999E-05
10 34.9375 .3 1.455 13341.5 2.90121E-05
11 36.0949 .3 1.477 t4068.5 2.96974E-05
12 37.3173 .3 1.498 14751.5 3.15519E-05
13 38.5375 .3 1.519 15324.5 3.5515oE-05
14 39.8915 .3 1.54 15875.5 3.87114E-05
15 41.3144 .3 1.561 16206.5 6.3836E-05
16 42.7691 .3 1.581 16559.5 5.76770E-05
17 44.2991 .3 1.602 16824 7.63327E-05
18 46.0381 .3 1.623 17089 8.14339E-05
19 47.951 .3 1.645 17298 1.11558E-04
20 50.1274 .3 1.669 17465 1.32881E-04
21 52.9052 .3 1.696 17620 1.78516E-04
22 56.1644 .3 1.726 17687 4.40895E-04
23 59.931 .3 ' 1.757 17732 6.84667E-04
24 63.1908 .3 1.781 17755 1.05218E-03
25 69.1634 .3 1.82 17800 8.76223E-04
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FATIGUE TEST-CONSTANT LOAD-SAMPLE TYPE:CT-MATERIAL:TI-6AL-4V

SPEC. NO.:TI-23 DATA PTS.-31 WAVE FORM:TRIANGLE WAVE WITH HOLD TIME

B-.5 IN W=2.5 IN E-1.6E7 TEMP-70 DEG F

CONST LOAD -2000 (LOS) LOAD RATIO-.05

SLOPE -. 5 SEC HOLD TIME-0 SEC

ENVIRONMONT-3.5% SALT WATER PH(6.2 TO 8)

OBS NO. KMAX SLOPE CRACK LENGTH CYCLES DA/DN
( CKSI SOR(IN)) (SEC) (INCHS) (IN/CYCLE)

1 22.9503 .5 1.116 36 .1309939
2 23.3926 .5 1.137 4534.5 4. 2156E-06
3 23.8346 .5 1.157 7546.5 6.69654E-06
4 24.3206 .5 1.179 10899 6.40117E-06
5 24.8072 .5 1.199 13743 7.28904E-06

6 25.3733 .5 1.222 15303 1.48461E-05
7 25.9038 .5 1.243 16491 1.75084E-05
a 26.4531 .5 1.264 17646 1.78529E-05
9 27.0103 .5 1.294 18529.5 2.26486E-05
10 27.6195 .5 1.304 19278 2.7e690E-05
11 28.2604 .5 1.325 19992 2.92156E-05
12 28.9683 .5 1.347 20673 3.Z0412E-05
13 29.7559 .5 1.37 21319.5 3.53905E-05

14 30.4888 .5 1.39 21833.5 3.90274E-05

15 31.3088 .5 1.411 22311 4.43558E-05
16 32.1706 .5 1.432 22789 4.37867E-05
17 33.1209 .5 1.454 23232 4.8893SE-05
19 34.1339 .5 1.475 23710.5 4.51620E-05
19 35.1592 .5 1.496 24087 5.44487E-05
20 36.3497 .5 1.518 24463.5 5.91237E-05

21 37.501 .5 1.538 24773.5 6.49352E-05
22 38.7657 .5 1.559 2504e.5 7.53095E-05
23 40.1334 .5 1.58 25323 7.63569E-05
24 41.529 .5 1.6 25566 8.23869E-05
25 43.0741 .5 1.621 25840.5 7.55917E-05
26 44.9791 .5 1.643 26082 9.36235E-05
27 46.7905 .5 1.665 26290 1.06586E-04
28 48.8195 .5 1.688 26464 1.27242E-04
29 50.9235 .5 1.709 26638 1.22529E-04

30 53.2473 .5 1.731 26777.5 1.57563E-04

31 55.5397 .5 1.751 26883 1.92416E-04
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FATIGUE TEST-CONSTANT K-SAMPLE TYPE:CT-MATERIAL:TI-6AL-4U

SPEC. NO.:TI-24 DATA PTS.-40 WAVE FORM:TRIANGLE WAVE WITH HOLO TIMt

9-.5 IN Wz2.5 IN E=1,6E7 TEMP-70 DEG F

K RANGE=25 TO 50 (KS1 SGR(IN)) LOAD RATIO.O5

SLOPE -.5 SEC HOLD TIME-i SEC

ENVIRONMENT=3.S SALT WATER PH(6.2 TO 8)

OBS NO. KMAX LOAD CRACK LENGTH CYCLES DA/DN
* (KSI SOR(IN)) (LBS) (INCHS) (IN/CYCLE)

2 25.0426 1877.94 1.271 3010.5 3.50487E-06
3 25.0419 1855.65 1.293 5191.5 5.21703E-06
4 25.0763 1933.61 1.295 7504.5 5.42152E-06
5 25.0617 1811.33 1.306 10147.5 4.08627E-06
6 25.0424 1799.05 1.317 12559.5 4.39468E-06
7 25.0321 1767.79 1.327 14410.5 5.61321E-06
a 25.0358 1747.18 1.338 16162.5 6.01027E-06
9 25.0488 1727.27 1.348 17815.5 6.33396E-06
10 25.0268 1705.75 1.358 19799.5 5.05290E-06
11 25.0307 1685.48 1.368 21451.5 6.20090E-06
12 25.0479 1665.62 1.379 23302.5 5.64560E-06
13 25.04 1644.02 1.399 24156.5 A.71314J-0j
14 30.0639 1948.33 1.4 25420.5 1.85992E-05
15 30.1 1920.4 1.412 25951.5 2.32957E-05
16 30.035 1891.51 1.422 26449.5 2.02610E-05
17 30.0684 1868.07 '1.433 27112.5 1.56411E-05
18 30.0569 1841.64 1.443 27742.5 1.65237E-05
19 30.0045 1813.48 1.453 28306.5 1.79540E-05
20 30.0615 1791.62 1.463 28936.5 1.61587E-05
21 30.0386 1763.45 1.474 29401.5 2.31191E-05
22 30.0929 1739.02 1.495 29899s5 .1AAAAF-O
23 37.1531 2115.76 1.495 30100.5 5.13436E-05
24 37.2545 2084.43 1.507 30235.5 0.82219E-05
25 37.1567 2045.66 1.518 30370.5 7.92592E-05
26 37.1616 2010.72 1.529 30505.5 8.36302E-05
27 37.2059 1979.57 1.54 30640.5 9.19259E-05
29 37.2206 1943.43 1.552 30775.5 8.51110E-05
29 37.2924 1912.4 1.563 30910.5 8.22217E-05
30 37.3294 1972.55 1.576 31045.5 9.97415E-05
31 37.2137 1932.9 1.57 319.04442-
32 42.3530 2035.28 1.601 31349.5 8.53567E-05
33 42.1713 1987.1 1.612 31450.5 1.10001E-04
34 42.1671 1946.35 1.624 31552.5 1.13529E-04
35 42.3338 1904.74 1.639 31697.5 1.04444E-04
36 42.3393 1867.1 1.649 31799.5 1.06765E-04
37 42.3126 1925.57 1.661 31991.5 1.14412E-04
38 42.5111 1792.96 1,676 32026.5 1.09926E-04
39 42.3193 1735.07 1.697 32129.5 1,149o1F-04.
40 51.2446 2057.54 1.698 32197.5 1.54058E-04
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FATIGUE TEST-CONSTANT K-SAMPLE TYPE:CT-HATERIAL:TI-6AL-4V

SPEC. NO.:TI-25 DATA PTS.-39 WAVE FORM:TRIANGLE WAVE WITH HOLL, TIm

S-.5 IN W-2.5XN E-l.6E7 TENP*70 DEG F

K RANGE*25 TO 50 (KSI SOR(IN)) LOAD RATIOu.05

SLOPI u.5 SEC HOLD TINE2.33 SEC

ENUVIONMENTe3.52 SALT WATER PH(6.2 TO 8)

aSs No. KMAX LOAD CRACK LENGTH CYCLES DA/DN
0 (KSI -SR(IN)) (LDS) (JNCHS) (IN/CYCLE)

- -2;.....TT ---K 37.2 :
2 25 343 2635 .903 1755 6.39175E-0

3 25.0383 2610.53 .914 3175.5 7.66065E-0
4 25.0537 2517.65 .925 5355 4.94334E-0
5 25.0529 2564.03 .935 6973.5 6.44957E-0
6 25.0603 2541.7 .946 8056 5.477S0E-0
7 25.0174 2514.35 .956 10540.5 6.14963E-0
a 25.0563 2494.5 .967 12419 5.53040E-0
9 25.0484 2470.65 .977 14602.5 4.98651E-0
10 25.046 2446.42 .960 16782 5.07593E-0,
11 25.0553 2424.29 .999 18433.5 6.40260E-0
12 25.0981 -40fl -fl1 ,np1l .537?p
13 30.0358 2849.69 1.021 21736.5 0.36170E-0,
14 30.0377 2823 1.032 22464 1.46528E-0'
15 30.0046 2794.76 1.042 23422.5 1.04956E-0'
16 30.0445 2772.31 1.052 24034 1.59032E-0!
17 30.0493 2746.54 1.063 24943.5 1.23560E-0
13 30.0599 2719.57 1.075 25770 1.42770E-0'
19 30.0934 2693.68 1.096 26794.5 1.11762E-01
20 30.0232 2662.36 1.097 2759 1.30561E-0
21 30.0802 2641.02 1.109 232325 ' 7n1'r-n,
22 37.0605 3223.1 1.119 29680 2.62137E-0
23 37.0496 3139.69 1.129 28879.5 5.50376E-0'
24 37.0831 3158.52 1.141 29211 3.52942E-0!
25 37.1126 3130.19 1.151 29476.5 3.99114E-0!
26 37.0436 3092.26 1.162 29742 4.16577E-O0

1 27 37.0744 3063.21 1.173 29974.5 4.69674E-0!
,28 37.0663 3033.22 1.183 30100 7.60296E-0!

29 37.0366 3001.33 1.195 30307.5 5.8245BE-0!
30 37.011 2967.69 1.207 30540 4.9A34Af-O"
31 42.1404 3329.52 1.22 30673.5 9.05017E-0?
32 42.153 3292.51 1.231 30607 8.0699PE-O
33 42.1942 3246.18 1.246 30940.5 1.07640E-0,
34 42.1146 3207.1 1.256 31074 7.99997E-0!
35 42.0947 3170.44 1.267 31207.5 8.03747E-0!
36 42.1907 3130.39 1.201 31341 1.06517E-0
37 42.1391 3065.53 1.294 31474.5 9.44575E-O
38 42.2367 3050.47 1.307 31608 9.54299E-0!
39 50.303 3577.71 1.321 31708.5 1.40000E-0

212

A' ,



NADC-83126-60 Vol. I

FATIGUE TEST-CONSTANT K-SAMPLE TYPE:CT-eMATERIAL :TI-6AL-4V

SPEC. HO.?TI-25 DATA PTS.-4 WAVE FORM: TR I AOLE WAVE WITH MOLD TIME

9m.5 IN Ww2.5 IN EU1.6E7 TEMP-70 DEG F

K RANOEw25 TO 30 (KS! SwRim)) LOAD RATIO-.05

SLOP&S w.5 SEC HOLD TIMEw! SEC

ENVIONMMENT-3.5Z SALT WATER PHN6.2 TO 5)

035 NO. KMAX LOAD CRACK LENGTH CYCLES DA/DN
*(KSI SORCIN)) (LOS) (INCHS) (IN/CYCLE)

1 50.2635 3136.92 1.429 37.5 .0391112
2 50.4575 3100.99 1.441 106.5 1.67971E-04
3 50.2215 3040.24 1.452 203.5 1.09510E-04
4 50.3779 2991.57 1.466 310.5 1.36666E-04

FATIGUE TEST-CONSTANT K-SAMPLE TYPE:CT-MATERIAL:TI-6AL-4V

SPEC. NO.:TI-25 *DATA PTS.-3 WAVE FORM:TRIAHOLE WAVE WITH MOLD TINE

9-.5 IN Wm2.5 IN Em1.6E7 TEMP=7O DEG F

K RANOEu25 TO 5O (KS! SOR(IN)) LOAD RATI~s.05

SLOPE w.5 SEC HOLD TIME-2.33 SEC

ENVIROMMENT=3.5% SALT WATER PH(6.2 TO 5)

035 NO. KNAX LOAD CRACK LENGTH CYCLES DA/DN
*(KS! SOR(IN)) (LOS) (UNCHS) (IN/CYCLE)

5 0.5343 3433.03 1.36 37 .0367684
2 30.1916 3362.19 1.373 103 1.79824E-04
3 50.329 3319.27 1.396 172.5 1.92999E-04
4 50.3422 3263.94 1.396 240 1.951BE-04
5 50.4046 3209.7 1.414 340.3 1.53731E-04
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